
14382 | Phys. Chem. Chem. Phys., 2016, 18, 14382--14389 This journal is© the Owner Societies 2016

Cite this:Phys.Chem.Chem.Phys.,

2016, 18, 14382

Electronic structure of p-type perylene
monoimide-based donor–acceptor dyes on
the nickel oxide (100) surface: a DFT approach†

O. V. Kontkanen,ab M. Niskanen,*ac T. I. Hukka*a and T. T. Rantalab

A p-type dye-sensitized solar cell, where the dye injects a hole into the semiconductor, could be

combined with a typical Grätzel cell to create an efficient tandem device. However, the current p-type

devices suffer from low efficiency. Here, geometries and electronic structures of four perylenemonoimide-

based dyes (1–4) both as free and adsorbed on the NiO(100) semiconductor surface have been investigated

to gain a better understanding of the p-type devices. In particular, the electronic transitions relevant to

charge transfer between the dye and the surface have been identified. Excitations have been evaluated using

the time-dependent DFT calculations, and the roles of frontier orbitals and band edges in transitions have

been assessed. The adsorbed dyes can adopt either upright or slightly tilted geometries depending on the

structure of the anchoring group and the binding mode of the dye. The adsorption slightly lowers the NiO

band gap, from 4.06 eV to 3.90–3.96 eV, depending on the surface–adsorbate system and the band gaps of

the dye molecules by 0.1–0.2 eV. Additionally, the adsorption mode of dye 1 moves the LUMO+1 level down

by 0.5 eV. The effective mass of charge carrier holes is significantly smaller at the NiO surface than in the bulk

indicating the importance of surface conductivity. We also found that the potential drop, i.e. the driving force

for charge transfer from NiO to the dye molecule, depends on the adsorption mode of 1.

1. Introduction

Photovoltaics is one of the fastest growing technologies for
generating renewable energy. Silicon-based solar cells, although
widely used, are still costly.1 Dye-sensitized solar cells (DSSCs)
offer attractive alternatives as inexpensive and light-weight
devices, which perform well also in diffuse sunlight.1,2 The
currently known DSSCs are, however, less efficient than the
silicon solar cells.3 The n-type DSSCs, discovered in 1991 and
known as Grätzel cells, have been studied the most.4 The p-type
DSSCs have been studied much less, most probably because they
have lower power conversion efficiencies (PCEs). For comparison,
the PCEs of n-type DSSCs have reached 12–13%5,6 whereas those of
p-type DSSCs are presently 0.5–2.5%.2,7–9

The fact worthy of attention about n- and p-type DSSCs is that
they can be incorporated into a tandem cell (i.e. a p–n-DSSC).

The tandem construction enables collecting the sunlight in a
wider spectral range and produce a larger open circuit voltage
(Voc) compared to either n- or p-type DSSC alone. The theore-
tical maximum PCE of a tandem cell is over 40%10 while that
of a single-junction silicon solar cell is 29%,11 which makes
the structure of a tandem-DSSC ideal to be pursued. The
components of a p–n-DSSC are the n- and p-type dyes, two semi-
conductors (e.g. NiO and TiO2), and the electrolyte (e.g. I�/I3

�),
which are connected in series in a circuit. Although the Voc

increases in a p–n-DSSC, the current flow through the cell is
limited by the weakest performing component which is the
p-type side of the cell.12–14 Because of the low PCEs of the
p-DSSCs an efficient p–n-DSSC is not yet realized.

A p-DSSC functions complementary to the n-DSSC. When
the dye molecule in a p-DSSC is excited, typically the excitation
is followed by an electron transfer to the acceptor part of the
dye further away from the semiconductor surface. Next, the
hole left behind can transfer to the semiconductor. The electron
on the acceptor part of the dye transfers to the electrolyte. Several
p-type dyes have been experimentally studied in p-type DSSCs
including perylene monoimide (PMI) derivatives in this
study.2,6–9,15 Typical dye-related problems have been linked to
both the properties of orbitals (their locations and energy
levels) and the (other) fast charge transfer reactions competing
with the intended charge transfer from the dye molecule to the
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semiconductor.16,17 The most preferable dyes in general are of
donor–acceptor (D–A) type because they can be modified by
synthetic means to reach the desirable electron transfer routes.
In the D–A systems light excites the electron in the donor to be
transferred to the acceptor. This separation of charges makes
the recombination slower.18 It is desirable that the highest
occupied molecular orbital (HOMO) of the dye has a spatial
overlap with the orbitals that make the valence band of the
semiconductor to facilitate the hole transfer from the dye to the
semiconductor.3 Moreover, in p-DSSCs the valence bands of
the semiconductor should be located energetically above the
HOMO of the dye molecule in order to enable a fluent charge
flow. The anchor group is also important especially if the
anchor unit is conjugated throughout from the donor down
to the surface, as conjugation may increase the charge transfer.

Experimental studies have indicated that NiO is not the
most optimal choice for a semiconductor carrier of p-type dyes
because of its shallow valence band and low mobility of the
holes.3 However, the other alternatives reported so far, such as
copper(II) oxide (CuO) and copper(I) aluminum oxide (delafossite
CuAlO2),19–21 have lower photocurrents than NiO which leaves
NiO the best choice at present. However, changing the redox
mediator from I�/I3

� into the FeIII/II or CoIII/II complex greatly
enhances the open circuit voltage up to 645 mV9 or 709 mV,22

respectively. Different electrode materials such as fluorine-
doped tin oxide (FTO) or platinum23 have been tested, as well.
Furthermore, the experimental studies of p-type dyes3,17 indicate
that the competing electron transfer reactions are fast compared
to the current generating electron transfer in p-type DSSCs,
meaning that recombination may take place before the charge
reaches the semiconductor and the current flow is hindered.
Besides, it is not yet known, if the mobility of charge carriers is
higher at the surface or in the bulk of NiO.

The properties of the NiO semiconductor are challenging
to calculate, starting from the band gap. Experimental and
theoretical band gaps of the NiO(100) surface are reviewed in
Table S1 (ESI†). We are aware of previous modeling studies,
in which dye molecules, coumarin,24 porphyrin,25 diketopyrrolo-
pyrrole derivatives,26 and ruthenium complexes27 on the NiO(100)
surface have been examined. Additionally, one of the dye
molecules studied in this article has been previously examined
in vacuum at the PBE/6-31G(d) level of theory.15

The aim of this work has been to gain a better atomic level
understanding of the p-type devices. We have determined the
minimum energy geometries and the electronic structures of
four PMI-based, p-type donor–acceptor (D–A) dyes and studied
their interactions with the NiO(100) semiconductor surface.7,12,14

Additionally, we have determined the energy levels relevant to the
electronic excitations and charge transfer reactions. Because NiO is
known to be ionic and it has an antiferromagnetic (AF2) order, we
have taken spin-polarization into account in the calculations.28,29

2. Computational models
and methods
2.1 Models

Free dye molecules. Molecular models of four p-type
perylenemonoimide-based (PMI) donor–acceptor dyes are visua-
lized in Fig. 1. In model 1, the oligothiophenetriphenylamine
(TPA) moiety acts as a donor and PMI acts as an acceptor. In the
other three models, PMI acts as a donor and one of the following
three moieties can act as an acceptor: naphthalene diimide
without a phenyl bridge (NDI) in 2, naphthalene diimide with
a phenyl bridge (PhNDI) in 3, and fullerene with a phenyl bridge
(PhC60) in 4.

Fig. 1 Models of p-type D–A dye molecules. The donors are shown in purple and the acceptors in orange.
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Semiconductor. The rock salt crystal structure of the p-type28

NiO semiconductor with the cubic lattice constant a0 of
4.176 Å30 was used to construct the defect-free periodic 3D
model of NiO. Typically a primitive unit cell containing two
atoms is enough for optimization of the rock salt crystal
structure. However, because the antiferromagnetism was taken
into account, a supercell containing two Ni and two O atoms
was used for the optimization of the lattice constant yielding an
a0 of 4.213 Å. The model of the NiO(100) surface (Fig. 2a), a 2D
slab, was cut out from the optimized, periodic NiO bulk model
as a four (4) layer thick 4 � 4 supercell. We choose to utilize the
(100) surface because it is known to be the most stable and
therefore most abundant of the NiO surfaces. Other surfaces
like (110) or (111) tend to facet to surfaces containing (100)
planes in order to minimize the surface energy, if not stabilized
by defects or polar liquids or other external effects.31 The center-
to-center distance of the 2D slabs was 500 Å in the ‘‘nonperiodic’’
direction. All atoms of the surface model (4 � 4 supercell) were
relaxed while keeping the lattice vector frozen at the optimized
bulk value of 16.852 Å. The orientations of the spins in the
surface model are visualized in Fig. 2b.

Dye molecule adsorbed on the surface. First, the carboxyl
groups of the dyes were chemisorbed on the four (4) layers thick
NiO(100) surface slab. The acid groups are deprotonated in
chemisorption and the released protons are bound to oxygen
atoms of the NiO surface. Dye 1 (Fig. 1) has two carboxyl groups
which allow the anchoring via either one or both carboxylate
groups onto the NiO surface. Dyes 2–4 (Fig. 1) have only one
carboxyl group each enabling anchoring onto the NiO surface
(Fig. 3c–e). The systems, i.e. carboxyl groups chemisorbed on
the NiO surface, were relaxed to reach the minimum energy
structures while keeping the lattice vectors frozen. Second, the
rest of the dye molecules were added and covalently bound to
the anchor groups and relaxed, see Fig. 3. The geometries of 3
and 4 turned out to be more challenging to optimize than those
of 1 and 2. However, because the donor unit is the same in dyes
2–4 (Fig. 1 and 3) and the carboxyphenoxy anchor is the same in
combined systems 2 and 3 (Fig. 3), we will be able to infer some
expected behavior for the combined systems 3 and 4. Addition-
ally, models for examining dye–dye interactions were made
based on the combined model. For these, the surface in the
combined model was removed and the dye geometry relaxed
while keeping the lattice vectors frozen.

2.2 Methods

Preliminary optimization with DFT and the subsequent time-
dependent DFT (TDDFT) calculations of the free dye molecules
in vacuum were carried out using the Gaussian 09 program.32

The global hybrid functional, B3LYP,33–35 and the 6-31(d) basis
set were used to optimize the ground state geometries and
to calculate the vibrational frequencies using DFT and the
electronic transitions between the ground and excited states
using TDDFT. The absence of imaginary frequencies ensured
minimum energy structures. Molecular orbital energies and
electronic excitations were calculated in order to examine the
possible charge transfer properties.

Fig. 2 (a) A sample 2 � 2 supercell of the NiO(100) surface slab and (b) the
spin orientations in the structure: Ni spin-up (yellow) and Ni spin-down
(blue). Oxygen atoms are in red.

Fig. 3 Combined systems. Dye in model 1a connects through one anchor
whereas in 1b it utilizes both anchoring groups. Combined systems 1 and 2
have optimized structures.
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The free, pre-optimized dye molecules, the separate NiO
bulk and the NiO(100) surface, as well as the combined ‘dye
adsorbed on the NiO(100)’ system were studied with DFT using
the CRYSTAL0936,37 program. The B3LYP functional was used
also in these calculations. The TZVP38 basis set was chosen for
molecule 1, 6-31G(d,p)39 for molecules 2–4, and basis sets with
contractions 86411/6411/41 and 8411/41140 for surface Ni and O,
respectively. Because NiO is antiferromagnetic, special conver-
gence and spin-related tools were used for its modeling (for
further details, see ESI†).

The effective hole masses,

m� ¼ �h2

d2E 0

dk2

(1)

were calculated for the hole transport properties and compared
with the experimental value of 0.8m0.41 The term m* is inversely
proportional to the hole mobility. In Eqn (1), E(k) is the band
energy as a function of wave vector k in the band (see Fig. 7) and
�h is the reduced Planck constant.

We also calculated the adsorption energies,

Eads = ED/NiO � ED � ENiO (2)

where ED/NiO is the energy of the combined system, ED is the
energy of a single dye molecule and ENiO is the energy of the
NiO(100) surface.

3. Results and discussion
Free dye molecules

The molecular orbitals of the free dyes were examined to gain
a better understanding of the intramolecular excitations for
the charge transfer processes. The UV-Vis spectra of the dye
molecules are presented in Fig. 4 and the corresponding
excitations in Table 1. The calculated gaps between the highest
occupied molecular orbital (HOMO) and the lowest unoccupied
molecular orbital (LUMO), i.e. the HOMO–LUMO gaps of the
dyes, are 2.5 eV for 1, 1.9 eV for 2, 1.8 eV for 3, and 1.9 eV for 4.
The strongest transitions take place in all dyes at 490–535 nm.
Dye 1 has another strong transition at 395 nm which is at the
border of the UV light. The absorptions and excitations support
the previous spectroscopic studies:17 the first excitation takes
place inside the donor of the p-type D–A dye, i.e. inside TPA in 1
and inside PMI in 2–4, and electron transfers to the acceptor
moiety of the dye, i.e. to the LUMO level of the acceptor in all
dyes studied. Only 1 has one strong transition solely inside
the acceptor, which is from HOMO�1 to LUMO. In this case,
the excited state can relax back to the ground state, and if the
relaxation is fast, it prevents the electron from transferring to
the electrolyte. The excitations are depicted using molecular
orbital images in the ESI,† Fig. S2–S5.

The ‘‘DOSs’’ (orbital energies) of the periodic dye models
1–4, which were calculated with DFT using CRYSTAL09 without
surface, are illustrated in Fig. 5. The HOMO–LUMO gaps of the
models 1–4 are 2.5 eV, 1.8 eV, 1.7 eV and 1.8 eV, respectively.
The DOSs demonstrate that the valence orbitals produce strong,

sharp peaks, which is typical for free molecules containing
localized orbitals. The strong sharp peaks also indicate that the
molecular orbitals of the dye are not interacting with their
periodic images.

Semiconductor

Our optimized NiO bulk model has a lattice constant, a0, of
4.213 Å and an indirect band gap of 4.5 eV. The effective mass,
m*, of the hole calculated from the band structure using eqn (1)
is 1.2. The indirect band gap of the NiO surface model is 4.0 eV
and the effective mass of the hole is 0.6. This means that the
surface conductivity is higher than the bulk conductivity.
Further results of the bulk and the surface including the band
structure and the DOSs are presented and discussed in the ESI.†

Dye molecule adsorbed on the surface

The geometries of the combined dye–surface models are presented
in Fig. 3. The geometries of the dyes 1 and 2 on the NiO(100)
surface are relaxed. Dye 1 (Fig. 3) is able to chemisorb either via
one 1a or two 1b different carboxyl groups. Dye 1a prefers a tilted
and dye 1b an upright position on the surface. Dye 2 is in an
upright position on the NiO(100) surface. The adsorption energies

Fig. 4 UV-Vis spectra of 1–4. Numbers corresponding to the excitations
are presented in Table 1. Gaussian broadening of 30 nm bandwidth at 1/2
of the maximum height was used in spectra.
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are given in Table 2. The shortest distance between two dye
molecules is 2.5 Å, meaning that the neighboring molecules
can interact. The interaction may affect the adsorption energies
and explain the differences between systems 1a and 1b (Table 2).
The geometries of the dyes 3 and 4 were more challenging to
optimize due to their structures, i.e. the phenyl linker between
the donor and the acceptor in 3, and the large fullerene acceptor
in 4. However, we will infer some features for the expected
behavior of the combined systems of 3 and 4 based on the results
calculated for 2 on the NiO surface. This can be done, because the
donor moiety is the same and the carboxyphenoxy anchor unit is
the same in 2 and 3. Moreover, the carboxyphenyl anchor unit in
4 is more rigid than the carboxyphenoxy anchor group in 2. This
is justifiable also because the distance between the donor moiety
and the NiO surface is comparable in each of these systems. The
tilting was also observed for the partially optimized structure of 3,
which is well founded, because the angle is expected to be about
the same due to the sp3 hybridization of the ether oxygen in the
carboxyphenoxy anchor. In the combined system of 4, the phenyl
group of the anchor unit, which is directly bound to the PMI
donor, makes the structure straight due to the sp2 hybridized
aromatic carbon atoms. It is possible for hydrogen bonds to
occur in two possible ways in our models. In the first case the
hydrogen from the carboxyl group is dissociated and adsorbed on
the surface near the dye molecule. In this case the hydrogen bond
between the surface hydrogen and the carboxyl oxygen may form
C–O(–Ni)� � �H(–O), where atoms in parenthesis belong to the NiO
surface. However, hydrogen bonding is possible only if hydrogen
stays close to the adsorbed dye molecule. In our models, we chose
to place hydrogen next to the molecule and observe a hydrogen

bond of 2.3 Å. The second case applies only to molecule 1a. Dye
molecule 1 has two anchoring groups and in model 1a one of
them is pointing away from the surface because the dye molecule
is tilted. In addition, there is non-traditional hydrogen bonding
between the carboxyl oxygen and the hexyl group (CQO� � �H–C)
with a distance of 3.1 Å.

The DOSs (Fig. 6) and the band structures (Fig. 7) were
calculated for the dyes 1 and 2 chemisorbed on the four (4) layer
thick NiO(100) surface slab. The band gaps of these combined
systems are due to the frontier orbitals of the dyes which are
2.5 eV for 1a, 2.4 eV for 1b and 1.7 eV for 2. These are relatively
close to the calculated HOMO–LUMO gaps of the free and
periodical models which are collected in Table 3. However, it
can be seen that adsorption can lower the HOMO–LUMO gap by
0.1–0.2 eV. A closer examination of energy levels of 1b reveals that
the HOMO moves 0.1 eV higher in energy and LUMO + 1, located
also at the donor part of the dye, moves down by 0.5 eV in energy
due to the binding mode. Moreover, the NiO band gap drops
from 4.06 eV to 3.96 eV, if chemisorption takes place through a

Table 1 Excitations of the free dye molecules, types of the strongest
excitations and the corresponding absorption wavelengths, l, oscillator
strengths, f, and the percentages of the contributing orbitals

Model Excitation Orbital Type l/nm f %

1 1 HOMO�2 - LUMO 568 0.1 3
HOMO - LUMO 96

2 HOMO�1 - LUMO A to Aa 493 1.0 98
6 HOMO - LUMO+1 D to D 395 1.1 95
7 HOMO - LUMO+2 375 0.2 96

2 1 HOMO - LUMO 768 0.0 100
2 HOMO - LUMO+1 D to D 528 0.7 99
5 HOMO�1 - LUMO+1 430 0.1 97
7 HOMO�2 - LUMO+1 392 0.1 98
14 HOMO�6 - LUMO 365 0.2 80

3 1 HOMO - LUMO 771 0.0 100
2 HOMO - LUMO+1 D to D 532 0.7 99
6 HOMO�1 - LUMO+1 424 0.1 97
10 HOMO�1 - LUMO+1 380 0.1 94
15 HOMO�3 - LUMO+1 368 0.1 24

HOMO - LUMO+3 38
16 HOMO�9 - LUMO 365 0.3 91

4 1 HOMO�1 - LUMO 982 0.0 5
HOMO - LUMO 94

10 HOMO�5 - LUMO 596 o0.1 89
17 HOMO�1 - LUMO+3 D to D 534 0.7 95

a A means an acceptor and D means a donor moiety of the molecule.

Fig. 5 Total ‘‘DOSs’’ (orbital energies) of periodic dye models 1–4. Because
the models are molecules in periodic boundary conditions, a set of sharp peaks
is observed. Higher peaks are due to several orbitals being close in energy.

Table 2 Adsorption energies (in eV) for models 1a, 1b and 2

1a 1b 2

Adsorption energy �4.1a �2.8 �1.3

a Additional stabilization due to dye–dye interactions.
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single anchoring group and to 3.90 eV if it takes place through
two groups. Transitions that are expected for these systems are
presented in Fig. 7. The calculated effective hole mass, m*, is
0.7 for both 1 and 2 on the NiO(100) surface. Because the
calculated m* is 1.2 for the NiO bulk and 0.6 for the NiO(100)
surface, the surface conductivity for the combined system of 2
is higher than the bulk conductivity of NiO.

In the DOS and band calculations, the band gaps of the
combined systems of 3 and 4 did not open properly with
the functional and the basis set applied, despite the usage of
the gap widening tools, so we did not obtain an appropriate
description of the electronic structures.

The band structure of the NiO(100) surface remains mostly
the same whether it is covered with the dye or not, except for
the shift in energy. Another difference is that the band maximum
locates on the G point in the combined system and on the S point
when there is no adsorbate on the NiO surface. Because the
surface and the dye molecule interact only weakly, it is assumed
that the electronic transitions are similar to those predicted by
the TDDFT calculations for the isolated dye molecules.

In all band structures 1a, 1b and 2 the HOMO is located above
the valence band of the semiconductor, because we are using a
perfect NiO model instead of p-type NiO with Ni-vacancies and
high packing of the dye molecule. Both affect the energy level
order between the surface and the organic layer. An increase of
NiO p-doping raises the valence band maximum (VBM) above the
HOMO level of the dye that is needed for driving the holes to
the NiO surface. A similar potential drop is needed for electrons

to flow from the dye to the electrolyte to complete the charge
separation in the dye–semiconductor junction. For this reason,
we can compare the dye molecules relative to each other by

Fig. 6 DOSs of the combined systems 1a, 1b and 2.

Fig. 7 Band structures of the combined models 1a, 1b, and 2. The straight
lines (blue for occupied and red for unoccupied) are for the molecule and
the curved lines are for the surface. Black arrows express the electronic
excitations and relaxations in the dye molecule. The red arrow indicates
the closest distance between the valence band of the NiO(100) surface
and the HOMO of the dye molecule.

Table 3 HOMO–LUMO gaps of free, periodic and surface dye models

1 2 3 4

Free 2.5 1.9 1.8 1.9
Periodic 2.5 1.8 1.7 1.8
Surface 2.5(1a)/2.4(1b) 1.7 N/A N/A
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looking at the energy difference between the NiO valence band
and the dye HOMO level.

The calculated HOMO–LUMO gap of dye 1 on the NiO(100)
surface is 2.5 eV for the 1a model and 2.4 eV for the 1b model. The
large gap makes dye 1 ideal for collecting sunlight in a tandem
device. The distance between the HOMO and the conduction band
is 0.60 eV in 1a and 1.03 eV in 1b. The HOMO–LUMO gap of 1.7 eV
calculated for dye 2 on the NiO(100) surface (Fig. 6 (DOS) and Fig. 7
(band)) is smaller than that of dye 1, making 2 less ideal for a p-type
dye. The HOMO of the dye is located 0.34 eV above the valence
band, which is less than in the case of 1. This means that it is
located deeper in the valence band in the actual p-NiO and there is
more driving force for charge transfer to the dye. Moreover, 2 is the
smallest dye molecule that was investigated on the NiO surface in this
paper, therefore all of the structural parts of the combined system
(the donor, the acceptor, and the surface) are close together which
may make the charge transfer from one part to another easier.

4. Conclusions

The minimum energy geometries, electronic structures and
electronic excitations of four p-type perylenemonoimide-based
D–A dyes were calculated using DFT and TDDFT. PMI acts as an
acceptor in 1 and as a donor in 2–4. The DOSs and band structures
were calculated for the free dyes, the NiO bulk, and the NiO(100)
surface and for the dyes 1 and 2 on the NiO(100) surface.

Dyes adsorbed on the surface can be in either upright
position (1b, 2, 4) or tilted (1a, 3), depending on the geometry
of the anchor and binding mode. Adsorption slightly lowers the
NiO band gap, from 4.06 eV to 3.90–3.96 eV, and the dye
molecule band gaps by 0.1–0.2 eV. Additionally, the adsorption
mode in dye 1b moves the LUMO + 1 level down by 0.5 eV.
The calculated effective mass of the hole, 1.2 for bulk, 0.6 for
surface and 0.7 for combined models, indicates that in all cases
the surface conductivity is higher than that of the bulk.

The band structures of the combined models 1a, 1b and 2
revealed that the binding mode in 1 affects the HOMO position by
0.5 eV. However, model 2 has the lowest HOMO level compared to
the pristine NiO, which means that the HOMO level is located deeper
in the valence band in the actual p-NiO and is expected to have the
highest driving force for charge transfer to p-NiO. Moreover, 2 is the
smallest dye molecule that was investigated on the NiO surface in
this paper, therefore all of the structural parts of the combined
system (the donor, the acceptor, and the surface) are close together
which may make the charge transfer from one part to another easier.
Also, it should be noted that the relative ordering of the dye HOMO
and the NiO VBM can be changed and tuned by NiO doping.

Our next goal is to create a more accurate p-NiO model
containing Ni vacancies and to use novel functionals such as
GLLB-SC for more accurate analysis of the electronic structures.
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1. SUPPLEMENTARY INFORMATIONS RELATIVE TO THE ISOLATED DYE 

MOLECULES 

Isolated dye molecules were calculated with Gaussian09 using the B3LYP hybrid functional and 

the 6-31(d) basis set. We provide the optimized geometries and the minimum energies for all dye 

molecules in the APPENDIX 1 (Tables S2 - S9). 

We also performed a scan calculation for the molecule 2 to study conformation changes due to 

thermal vibrations. The results presented in Fig. S1 demonstrate that the dye molecule is able to 

rotate ~20 degrees, because the energy required for rotation is small. However, this does not 

affect the energy levels, which means that the small rotation will not have an effect on the 

results. The B3LYP TD-DFT results are depicted in Figures S2 - S5.  

 

Fig S1. Potential energy scan of angle (α) in model 2 and its effect on the HOMO-LUMO gap. 



 

 

Fig. S2. Orbitals corresponding to the transitions presented in Table 1 for dye 1. Yellow arrows 

demonstrate the desired transitions and the red arrow the possible but non-desired transition. 

Value f is the oscillator strength. 

 



 

Fig. S3. Orbitals corresponding to the transitions presented in Table 1 for dye 2. Yellow arrows 

demonstrate the desired transitions. Value f is the oscillator strength. 

 

Fig. S4. Orbitals corresponding to the transitions presented in Table 1 for dye 3. Yellow arrows 

demonstrate the desired transitions. Value f is the oscillator strength. 



 

 

Fig. S5. Orbitals corresponding to the transitions presented in Table 1 for dye 4. Yellow arrows 

demonstrate the desired transitions and the red arrows the possible but non-desired transitions. 

Value f is the oscillator strength. 

We performed TDDFT calculations with CAM-B3LYP to confirm the B3LYP results. The 

CAM-B3LYP results are similar to the B3LYP results. The strongest excitations are from 

HOMO to LUMO+1 as to be expected (inside the donor). The oscillator strength (f) is stronger 

and wavelength is 20 - 50 nm shorter, but it is expected/normal according to the previous similar 

studies [1,2].  

2. SUPPLEMENTARY INFORMATION RELATIVE TO THE SEMICONDUCTOR: 

THE NiO BULK AND THE NiO(100) SURFACE 

NiO crystal structure and surfaces have been studied in the past both experimentally and 

theoretically (see Table S1) so we compare our results to the previous data. We used 

CRYSTAL09 program for our calculations. The B3LYP density functional was used with 

86411/6411/41 and 8411/411 basis sets for Ni and O, respectively. The NiO bulk model was 

optimized using 65 unique k-points and the surface model contained 34 unique k-points. 



Table S1. Calculated and experimental band gaps of the NiO(100) surface reported in literature 

in comparison with our own value. 

Computation/ 

Experiment/ 

Software /  

Method 

Eg / eV Slab 

thickness 

in layers 

Reference 

     

Computation MOLCAS3/ 

CASSCF/CASPT2 

 

4.04/3.88 

 3 

 Own code/(SIC)-

LSDi 

2.72  4 

 CRYSTAL95/UHF ~4 1 5 

 CRYSTAL98/B3LYP 3.9  6 

 CRYSTAL09/B3LYP 

-the present work 

4.0 4 (4 × 4) this work 

 VASP/HSE03 4.1  7 

     

 VASP/PBE+U 3.02  8 

Experiment Optical abs. threshold 

Inversed 

photoemission 

3.8 

3.5 

4.3 

 9 

10,11 

12 
i. SIC-LSD:  self-interaction-corrected local spin density 

 

Following tools (keywords) were used to describe the system: EIGSHIFT, LEVSHIFT, 

ATOMSPIN, SPINLOCK, FMIXING, BROYDEN, and SMEAR. EIGSHIFT was used to lower 

the preferred Ni α or β d-orbitals to make the antiferromagnetic AF2 initial guess occupation for 

the first SCF cycle. LEVSHIFT increases the band gap to prevent the occupied states from 

mixing with the unoccupied states. Next two keywords are spin related. ATOMSPIN was used to 

determine the AF2 spin state. SPINLOCK was used to keep the total spin density unchanged 

from initial guess until 20 SCF cycles had passed. FMIXING and BROYDEN describe how 

much the SCF guess is allowed to change for the next cycle. The difference is that the initial 

FMIXING value can be changed with BROYDEN after certain amount of SCF cycles (e.g. 20–

50 depending of the system) has passed. We used first higher mixing rate (90 to 80) for 20–30 

cycles, after which BROYDEN changes the FMIXING value to 55. Last keyword, SMEAR, 

affects the occupation of the orbitals in Fermi level by adjusting the finite temperature. 



The DOS and band structures of the NiO bulk and the NiO(100) surface are presented in Figures 

S6 - S10. Figures S6 and S7 show results for NiO bulk and Figures S8 - S10 for the NiO(100) 

surface. In Figure S10 the partial DOS (PDOS) of the 3d orbitals of the NiO surface 

demonstrates that the Ni atomic orbitals which have the eg and t2g symmetry are split so that the 

t2g orbitals are occupied and the eg orbitals lie on the conduction band. We do not go into deep 

details of the DOS and band structures of the NiO bulk and the NiO(100) surface as they and 

their properties have already been calculated in the previous studies (see the references in Table 

S1). We only note that our results are in agreement with the previously calculated and 

experimental results. 

 

 

Fig. S6. The band structure of the NiO bulk. 



 

Fig S7. DOS of the bulk. 

 

Fig S8. The band structure of the NiO(100) surface. 



 

Fig S9. DOS of the NiO(100) surface. 



 

Fig S10. PDOS of the NiO(100) surface. The image shows only d-orbitals of the nickel. They are 

splitted as shown in Figure.  

 

Effective Hole Mass 

From our calculated band energies, we can evaluate the effective masses of charge carriers with 

the equation 1 of the main article. To find the second derivative we first discretize the first 

derivatives as  

𝑑𝐸

𝑑𝑘
=  

∆𝐸

∆𝑘
=  

𝐸2 − 𝐸1

𝑘2 − 𝑘1
=  𝐸1

′  

 and 

𝑑𝐸

𝑑𝑘
=  

∆𝐸

∆𝑘
=  

𝐸3 − 𝐸2

𝑘3 − 𝑘2
=  𝐸3

′  

Now, the second derivative can be written as 



𝑑2𝐸

𝑑𝑘2
=  

𝐸3
′ − 𝐸1

′

∆𝑘
=  

𝐸3 − 2𝐸2 + 𝐸1

∆𝑘2
 

 

which is the three-point equation we use here. Substitution of energies around the valence 

maximum yields,  

 

𝑑2𝐸

𝑑𝑘2
=  

−0.73940 − 2 ∗ (−0.73928) + (−0.73946)

(0.34176 − 0.32277)2
= −0.80975 

 

which finally gives the effective mass of an electron 

 

𝑚∗ =  
1

−0.80975
 ≈ −1.2 

 

Now, the effective mass of the hole is of opposite sign, +1.2. All the values are from our 

calculations and given in atomic units. 

 

3. SUPPLEMENTARY INFORMATION RELATIVE TO THE COMBINED SYSTEMS 

All calculations were performed using CRYSTAL09. We utilized B3LYP hybrid functional with 

the TZVP (dye molecule 1), 6-31G(d,p) (dye molecules 2-4), 86411/6411/41 (surface Ni), and 

8411/411 (surface O) basis sets. We provide the optimized geometry and the minimum energy of 

1a, 1b and 2. The combined system was calculated using only one (1) k-point. 

Single point calculations with PBE0 functional were performed to study the band structures of 

the combined systems (Figures S11–S12). This was done to assess that the results are 

qualitatively the same despite the chosen functional. 



 

Fig. S11. Band structure of combined system 1b with PBE0 functional. 

 

Fig. S12. Band structure of combined system 2 with PBE0 functional. 

 

 

 

 

-2

-1

0

1

2

3

4
E 

/ 
e

V

G -> X -> S -> G

-1

0

1

2

3

4

5

E 
/ 

e
V

G -> X -> S -> G



SUPPLEMENTARY INFORMATION REFERENCES 

 

1. T. Kastinen, M. Niskanen, C. Risko, O. Cramariuc, T. I. Hukka, J. Phys. Chem. A., 2016, 120, 

7, 1051–1064. 

2. C.-R. Zhang, J. S. Sears, B. Yang, S. G. Aziz, V.  Coroppceanu, J.-L. Brédas, J.Chem.  Theory 

Comput, 2014, 10, 2379-2388.  

3. M. Geleijns, C. de Graaf, R. Broer, W. C. Nieuwpoort, Surface Science, 1999, 421, 106–115. 

4. D. Ködderitzsch, W.  Hergert, W. M. Temmerman, Z. Szotek, A. Ernst, H. Winter, 2002, 

Phys. Rev. B., 66, 064434. 

5. C. Noguera, W. C. Mackrodt, J. Phys. Condens. Matter., 2000, 12, 2163–2181. 

6. J. Muscat, A. Wander, N. M. Harrison, Chemical Physics Letters, 2001, 342, 397–401. 

7. C. Rödl, F. Fuchs, J. Furthmüller, F. Bechstedt, Phys. Rev. B., 2009, 79, 235114. 

8. A. Schrön, M. Granovskij, F. Bechstedt, J. Phys. Condens. Matter., 2013, 25, 094006. 

9. P. A. Cox, Transition Metal Oxides: An Introduction to their Electronic Structure and 

Properties, Clarendon Press, Oxford, 1995. 

10. R. Newman, R. M. Chrenko, Phys. Rev., 1959, 114, 1507–1513. 

11. Z. Zhang, Y. Zhao, M. Zhu, Appl. Phys. Lett., 2006, 88, 3, 033101–3. 

12. G. A. Sawatzky, J. W. Allen. Phys. Rev. Lett., 1984, 53, 2339–2342. 

 

 

 

 

 

 

 

 

 



APPENDIX 1: Coordinates of models 

Table S2. The coordinates of the NiO bulk. 

Energy / au -3167.025747 

    Coordinates / 

Å x y z 

Ni 0.00000 0.00000 0.00000 

Ni 4.21271 4.21271 4.21271 

O 2.10635 2.10635 2.10635 

O -2.10635 -2.10635 -2.10635 

 

Table S3. Oligothiophene-trisarylamine perylene monoimide, 1. 

Energy / au -4217.371561 

    Coordinates / Å x y z 

C -8.62160 0.27036 -2.16908 

C -7.22842 0.15643 -2.28000 

C -9.23506 0.12400 -0.94884 

C -8.45870 -0.15877 0.19865 

C -7.05088 -0.29210 0.09241 

C -6.42957 -0.11373 -1.18192 

H -9.23539 0.47894 -3.04048 

H -6.78799 0.28558 -3.26239 

C -9.09647 -0.31832 1.45043 

C -8.34750 -0.60528 2.56555 

C -6.95568 -0.74488 2.46798 

C -6.29087 -0.60463 1.26172 

H -8.85364 -0.72208 3.51929 

H -6.40710 -0.96605 3.37673 

C -4.95716 -0.22053 -1.28398 

C -4.19134 -0.54991 -0.12056 

C -4.82451 -0.76926 1.14455 

C -4.29481 -0.01571 -2.47567 

C -2.89608 -0.12062 -2.57294 

C -2.13121 -0.44207 -1.47897 

C -2.77714 -0.67222 -0.22237 

H -4.84347 0.24194 -3.37527 

H -2.41083 0.06125 -3.52844 



C -2.02746 -1.04498 0.92395 

C -2.65376 -1.27820 2.11789 

C -4.04876 -1.13392 2.22596 

H -4.50594 -1.32411 3.19104 

H -0.95008 -1.15152 0.83638 

H -2.07742 -1.57207 2.99095 

C -10.71056 0.25450 -0.85830 

N -11.27025 0.18673 0.42280 

C -10.56725 -0.17860 1.58026 

O -11.40987 0.42737 -1.83883 

O -11.14832 -0.35642 2.63328 

C -12.70460 0.33175 0.53964 

C -13.26109 1.59930 0.76386 

C -14.65074 1.67562 0.87713 

C -15.45352 0.54822 0.77395 

C -14.87378 -0.69175 0.55414 

C -13.49063 -0.82246 0.43333 

H -16.53261 0.63833 0.87028 

H -15.50335 -1.57556 0.47725 

H -15.10873 2.64733 1.05115 

C -12.49024 2.91549 0.84207 

C -12.22465 3.48274 -0.55968 

H -11.57885 2.82228 -1.14640 

H -11.74076 4.46405 -0.48591 

H -13.16049 3.60207 -1.11592 

C -11.21409 2.91866 1.69342 

H -13.18130 3.61144 1.33589 

H -11.34814 2.36202 2.62636 

H -10.95303 3.95251 1.94636 

H -10.35722 2.49588 1.15859 

C -12.89012 -2.19869 0.19506 

C -13.16244 -3.12870 1.38248 

H -12.77291 -2.69266 2.30835 

H -12.68271 -4.10185 1.22558 

H -14.23708 -3.30323 1.51312 

C -13.38654 -2.79375 -1.12724 

H -11.80356 -2.09327 0.11008 

H -14.47048 -2.95786 -1.10992 

H -12.90629 -3.76096 -1.31584 

H -13.15730 -2.12271 -1.96179 

C -0.65688 -0.54622 -1.61635 

S 0.35670 0.77181 -1.13047 

C 1.79344 -0.06018 -1.62585 



C 1.47662 -1.29436 -2.12273 

C 0.07668 -1.58482 -2.12617 

H 2.22612 -1.98627 -2.49752 

C 3.13130 0.50818 -1.44969 

S 4.41820 -0.55599 -0.97358 

C 5.58156 0.72413 -1.00091 

C 4.98312 1.89997 -1.35351 

C 3.58285 1.79417 -1.61859 

H 5.52059 2.84260 -1.41440 

C -0.50032 -2.89291 -2.61355 

C -1.09524 -3.76111 -1.49515 

H 0.29039 -3.45267 -3.12915 

H -1.27919 -2.69585 -3.36059 

C -0.10204 -4.13229 -0.39550 

H -1.50330 -4.67732 -1.94280 

H -1.94787 -3.23486 -1.04636 

C -0.76290 -4.88159 0.76002 

H 0.37497 -3.22094 -0.00654 

H 0.70898 -4.74293 -0.81976 

C 0.21162 -5.26720 1.87135 

H -1.25547 -5.78775 0.37735 

H -1.56298 -4.25318 1.18035 

C -0.47081 -5.99185 3.02891 

H 0.70965 -4.36171 2.24537 

H 1.00554 -5.90214 1.45463 

H -1.24645 -5.36317 3.48248 

H 0.24418 -6.26077 3.81362 

H -0.95328 -6.91436 2.68505 

C 2.75065 2.98539 -2.01319 

C 2.32144 3.83729 -0.81163 

H 1.86180 2.65937 -2.56609 

H 3.33396 3.61004 -2.70291 

C 1.47547 5.04247 -1.21594 

H 3.21578 4.17618 -0.26967 

H 1.75653 3.21230 -0.10587 

C 1.05274 5.90223 -0.02639 

H 0.57976 4.69268 -1.75006 

H 2.03797 5.66045 -1.93152 

C 0.20992 7.11301 -0.42435 

H 1.94864 6.24528 0.51200 

H 0.48661 5.28419 0.68578 

C -0.20651 7.96190 0.77416 

H -0.68452 6.76985 -0.96220 



H 0.77685 7.73028 -1.13491 

H -0.80047 7.37404 1.48390 

H -0.80885 8.82350 0.46719 

H 0.67110 8.34118 1.31099 

C 6.99882 0.48971 -0.67836 

C 7.99153 1.30507 -1.23455 

C 9.33069 1.10927 -0.93226 

C 9.71418 0.08955 -0.05829 

C 7.39510 -0.53463 0.18842 

C 8.73305 -0.73163 0.49979 

H 6.64398 -1.17132 0.65066 

H 7.71237 2.08411 -1.93919 

H 10.09128 1.74327 -1.38013 

H 9.02433 -1.52305 1.18516 

N 11.08773 -0.10963 0.25604 

C 11.87474 0.99943 0.63664 

C 13.21230 1.10330 0.23057 

C 13.96967 2.20057 0.60539 

C 13.40973 3.22033 1.37627 

C 12.07530 3.12400 1.77400 

C 11.31541 2.02213 1.41373 

H 13.65004 0.32200 -0.38372 

H 15.00584 2.29283 0.29291 

H 11.63625 3.91075 2.37959 

H 10.28078 1.94402 1.73441 

C 11.63771 -1.40703 0.17347 

C 11.19437 -2.29807 -0.81331 

C 12.61784 -1.82815 1.08240 

C 13.15009 -3.10507 0.99615 

C 12.70389 -3.99138 0.01426 

C 11.72066 -3.57702 -0.88476 

H 12.95713 -1.14900 1.85890 

H 11.38624 -4.27293 -1.64868 

H 10.43885 -1.97814 -1.52458 

H 13.90686 -3.42489 1.70571 

C 13.23649 -5.36943 -0.11540 

C 14.26700 4.37466 1.74038 

O 13.61992 5.30644 2.47221 

H 14.27495 6.00102 2.64827 

O 15.43013 4.49908 1.42874 

O 14.18830 -5.65829 0.79727 

H 14.45578 -6.57360 0.61534 

O 12.87610 -6.17628 -0.94286 



Table S4. Perylene monoimide naphthalene diimide, 2. 

Energy / au -3418.489257 

    Coordinates / Å x y z 

C 0.37500 -1.92380 -0.67092 

C 1.71972 -1.54068 -0.75141 

C -0.62219 -0.97360 -0.62990 

C -0.28831 0.40303 -0.62301 

C 1.08348 0.80826 -0.66384 

C 2.11325 -0.18795 -0.80918 

H 0.10706 -2.97393 -0.66043 

C -1.31297 1.37855 -0.58371 

C -0.99025 2.71850 -0.58422 

C 0.34887 3.12625 -0.55084 

C 1.41583 2.20379 -0.54105 

H -1.78628 3.45351 -0.59741 

C 3.50205 0.25079 -0.99861 

C 3.83920 1.61383 -0.70990 

C 2.83237 2.58970 -0.40839 

C 4.51872 -0.59660 -1.44684 

C 5.85569 -0.18249 -1.53468 

C 6.20532 1.08756 -1.13590 

C 5.21569 2.02021 -0.71739 

H 4.28380 -1.60483 -1.74643 

H 6.60985 -0.87064 -1.90139 

C 5.57740 3.32725 -0.31426 

C 4.60089 4.21544 0.07213 

C 3.24490 3.85896 0.00631 

H 2.51032 4.59881 0.27875 

H 6.62473 3.60546 -0.31269 

H 4.86893 5.21321 0.40753 

C -2.02552 -1.42908 -0.58862 

N -2.98492 -0.39095 -0.56689 

C -2.74031 1.00069 -0.56720 

O -2.37637 -2.59480 -0.57176 

O -3.66591 1.79146 -0.55062 

O 7.49972 1.56393 -1.20698 

C 8.57761 0.77635 -0.87441 

C 8.54451 -0.17475 0.15308 

C 9.70201 -0.87691 0.46559 

C 10.90416 -0.63022 -0.21359 



C 10.91616 0.32521 -1.24076 

C 9.76106 1.02480 -1.57481 

H 7.62404 -0.35879 0.69593 

H 9.69726 -1.62574 1.25064 

H 11.81521 0.50511 -1.82607 

H 9.75485 1.75655 -2.37582 

C 12.10299 -1.43498 0.17921 

O 12.03345 -2.48388 0.77557 

O 13.32162 -0.93332 -0.16751 

H 13.23010 -0.01888 -0.47978 

O 2.67406 -2.53081 -0.85053 

C 2.56583 -3.68318 -0.08002 

C 2.26257 -3.64623 1.27863 

C 2.24854 -4.83607 2.00966 

C 2.54260 -6.07295 1.41908 

C 2.85188 -6.06809 0.04761 

C 2.86232 -4.89508 -0.70167 

H 3.08613 -7.00104 -0.45684 

H 3.09840 -4.90598 -1.76129 

H 2.00711 -4.77871 3.06492 

H 2.04308 -2.70055 1.76408 

C 2.53543 -7.39876 2.20173 

C 2.19307 -7.19694 3.68994 

H 2.20697 -8.16408 4.20469 

H 1.19470 -6.76575 3.82553 

H 2.91922 -6.54672 4.19118 

C 3.93271 -8.05740 2.11457 

H 4.22136 -8.26801 1.07944 

H 3.94038 -9.00799 2.66162 

H 4.70086 -7.40840 2.55020 

C 1.48103 -8.35093 1.58855 

H 1.69394 -8.57251 0.53736 

H 0.47841 -7.91175 1.64089 

H 1.46470 -9.30305 2.13287 

O 0.62999 4.47178 -0.61979 

C -0.19026 5.40594 0.00240 

C -0.50176 6.55932 -0.71582 

C -1.24714 7.56427 -0.10542 

C -1.70395 7.45317 1.21954 

C -1.36954 6.28079 1.91130 

C -0.61628 5.26383 1.32096 

H -0.15733 6.65573 -1.74070 

H -0.36788 4.36861 1.88284 



H -1.69012 6.14194 2.93744 

H -1.48101 8.45241 -0.68533 

C -2.53500 8.58740 1.84629 

C -2.92377 8.28836 3.30671 

H -3.53744 7.38417 3.39005 

H -3.50958 9.12187 3.70996 

H -2.04267 8.16512 3.94699 

C -3.83543 8.78152 1.03037 

H -4.44047 7.86788 1.03297 

H -3.62684 9.04057 -0.01307 

H -4.43829 9.59057 1.46052 

C -1.71624 9.90007 1.82524 

H -0.79072 9.79441 2.40269 

H -2.29868 10.71958 2.26337 

H -1.44267 10.19512 0.80674 

N -4.31052 -0.78067 -0.52224 

C -4.87230 -0.92853 0.76464 

C -6.29880 -1.34199 0.78618 

C -6.99921 -1.56490 -0.42707 

C -6.36987 -1.39951 -1.68755 

C -4.94666 -0.98058 -1.76751 

O -4.21179 -0.72430 1.76343 

O -4.34742 -0.81452 -2.81043 

C -6.93619 -1.50857 2.00456 

C -8.28642 -1.90049 2.05375 

C -8.99355 -2.12568 0.88477 

C -8.36462 -1.96301 -0.37820 

H -6.37292 -1.33064 2.91431 

H -8.79476 -2.03291 3.00303 

C -9.06395 -2.18763 -1.59385 

C -8.42476 -2.02042 -2.81068 

C -7.07532 -1.62509 -2.85803 

H -8.98569 -2.19972 -3.72189 

H -6.56601 -1.49029 -3.80622 

C -10.42055 -2.53960 0.95294 

N -11.03695 -2.74014 -0.28280 

C -10.49142 -2.60408 -1.56013 

O -11.03558 -2.70050 1.99358 

O -11.16374 -2.81828 -2.55464 

H -12.01139 -3.02387 -0.24818 

    

 



Table S5. Perylene monoimide phenyl naphthalene diimide, 3. 

Energy / au -3649.56525 

    Coordinates / Å x y z 

C -1.51081 -1.78270 -0.91716 

C -0.70073 -0.71362 -0.60017 

C -1.27623 0.55178 -0.34921 

C -2.69464 0.73059 -0.41742 

C -3.54075 -0.41244 -0.64397 

C -2.90387 -1.63990 -0.92749 

H -1.05518 -2.73860 -1.14616 

C -0.43244 1.63838 -0.02796 

C -0.97894 2.87615 0.23170 

C -2.35962 3.08170 0.11316 

C -3.24857 2.04940 -0.25413 

H -0.32574 3.69135 0.51898 

C -5.00068 -0.23946 -0.57156 

C -5.53909 1.09058 -0.55411 

C -4.69338 2.24696 -0.46999 

C -5.89980 -1.30813 -0.52031 

C -7.28954 -1.12698 -0.51519 

C -7.81312 0.14337 -0.59051 

C -6.96071 1.28157 -0.62192 

H -5.53037 -2.31964 -0.50102 

H -7.94531 -1.99057 -0.48639 

C -7.50610 2.58386 -0.71876 

C -6.66759 3.67284 -0.74387 

C -5.28085 3.50797 -0.60393 

H -8.58175 2.69861 -0.78172 

H -7.07307 4.67558 -0.84433 

H -4.66351 4.39062 -0.59009 

O -9.16564 0.38728 -0.71954 

C -10.10041 -0.31855 0.00354 

C -11.34525 -0.49803 -0.60954 

C -12.36372 -1.13671 0.08484 

C -12.15179 -1.60323 1.39046 

C -10.90071 -1.41179 1.99426 

C -9.87418 -0.76941 1.30913 

H -11.49066 -0.13214 -1.62067 

H -13.33617 -1.28919 -0.37135 

H -10.73517 -1.76061 3.00750 



H -8.91025 -0.61272 1.78038 

C -13.27407 -2.28137 2.08156 

O -12.95527 -2.69411 3.33742 

H -13.76188 -3.11695 3.68530 

O -14.37741 -2.46653 1.60603 

C 0.76301 -0.92813 -0.54672 

N 1.55296 0.19431 -0.20711 

C 1.03746 1.48214 0.06430 

O 1.27850 -2.01172 -0.77425 

O 1.78005 2.40723 0.35461 

C 2.98240 0.01135 -0.12430 

C 3.51623 -0.85876 0.82638 

C 4.89407 -1.03925 0.90524 

C 5.73424 -0.33487 0.04451 

C 5.20367 0.54054 -0.90146 

C 3.82453 0.70700 -0.99171 

H 2.85586 -1.40050 1.49394 

H 5.31543 -1.71630 1.64045 

N 7.16828 -0.51290 0.13589 

H 5.86437 1.08201 -1.56985 

H 3.40365 1.38523 -1.72522 

C 7.81002 -0.03598 1.30103 

C 9.28440 -0.22879 1.37647 

C 9.97868 -0.86538 0.31920 

C 9.29033 -1.32780 -0.82873 

C 7.81659 -1.15023 -0.94577 

O 7.18067 0.50241 2.19433 

O 7.19363 -1.53078 -1.92098 

C 9.97259 0.21965 2.49242 

C 11.36604 0.04630 2.58680 

C 12.06725 -0.57486 1.56662 

C 11.38705 -1.04312 0.41171 

H 9.41493 0.70401 3.28672 

H 11.91320 0.39411 3.45680 

C 9.98403 -1.95043 -1.85396 

C 11.37730 -2.12852 -1.76538 

C 12.07308 -1.68382 -0.65339 

H 11.92876 -2.61487 -2.56326 

H 9.43101 -2.29519 -2.72103 

C 13.53914 -0.75367 1.67927 

N 14.14084 -1.39143 0.59295 

C 13.54519 -1.87736 -0.57239 

H 15.14615 -1.51864 0.65916 



O 14.20146 -0.38344 2.63395 

O 14.21242 -2.41567 -1.43967 

O -3.67481 -2.71554 -1.30944 

O -2.87243 4.31293 0.45532 

C -3.28275 -4.01776 -1.02304 

C -3.38208 -4.95568 -2.04442 

C -2.89797 -4.41321 0.25999 

C -2.60136 -5.75213 0.49794 

C -2.68819 -6.72844 -0.51066 

C -3.08923 -6.29593 -1.78178 

H -3.68882 -4.63216 -3.03415 

H -2.82857 -3.68127 1.05889 

H -2.29961 -6.03796 1.50149 

C -2.34860 -8.19558 -0.19160 

H -3.17483 -7.00376 -2.59830 

C -3.29939 -8.71640 0.91267 

H -3.21011 -8.13485 1.83627 

H -3.06742 -9.76092 1.15381 

H -4.34436 -8.66696 0.58587 

C -2.49711 -9.11017 -1.42228 

H -3.52371 -9.11501 -1.80615 

H -2.24288 -10.14016 -1.14836 

H -1.82740 -8.81098 -2.23658 

C -0.88624 -8.28936 0.30537 

H -0.72279 -7.69121 1.20803 

H -0.18763 -7.93433 -0.46059 

H -0.63118 -9.32904 0.54405 

C -2.16135 5.48105 0.21008 

C -1.58016 5.75668 -1.02561 

C -2.12981 6.43245 1.22849 

C -1.50686 7.65647 1.00196 

C -0.95270 6.98772 -1.22885 

C -0.89928 7.96690 -0.22726 

H -1.61246 5.01869 -1.82132 

H -2.59306 6.20309 2.18300 

H -1.49162 8.38164 1.81050 

H -0.50513 7.17419 -2.19843 

C -0.21182 9.33040 -0.42251 

C 0.94513 9.47099 0.59568 

H 0.58871 9.40576 1.62915 

H 1.44340 10.44076 0.47557 

H 1.69344 8.68364 0.45069 

C 0.37258 9.49357 -1.83846 



H 1.13528 8.73715 -2.05549 

H 0.84923 10.47599 -1.92904 

H -0.40303 9.43128 -2.61053 

C -1.23824 10.46498 -0.19229 

H -1.66215 10.43477 0.81697 

H -2.06735 10.39404 -0.90552 

H -0.75996 11.44329 -0.32253 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



Table S6. Perylene monoimide phenyl fullerene, 4. 

Energy / au -5086.177853 

    Coordinates / Å x y z 

C 9.31636 0.97752 -1.86942 

C 10.14918 1.18021 -0.76713 

C 10.70347 0.06881 -0.09155 

C 10.73491 0.04647 1.30622 

C 10.21406 1.13960 2.04263 

C 9.66965 2.23815 1.37012 

C 9.63677 2.25530 -0.04249 

C 8.49226 2.70620 -0.70413 

C 8.29270 1.90683 -1.81382 

C 9.03295 -0.31528 -2.32111 

C 9.58072 -1.41408 -1.66594 

C 10.42172 -1.22422 -0.53944 

C 10.28542 -2.04866 0.57913 

C 10.47627 -1.26308 1.72143 

C 9.69560 -1.49674 2.87951 

C 9.18151 -0.41737 3.60637 

C 9.44157 0.90890 3.18438 

C 8.42073 1.86571 3.21585 

C 8.56000 2.68281 2.09301 

C 7.40778 3.14594 1.40683 

C 7.37961 3.15293 0.01658 

C 6.08753 2.82563 -0.41556 

C 5.85356 2.10395 -1.62575 

C 6.98232 1.57939 -2.25101 

C 6.69700 0.34083 -2.81020 

C 7.73856 -0.63667 -2.74723 

C 7.48330 -1.94218 -2.33847 

C 8.62433 -2.42251 -1.66880 

C 8.49182 -3.26119 -0.53775 

C 9.31458 -3.07644 0.58021 

C 8.54697 -3.30980 1.72470 

C 8.73778 -2.51476 2.88210 

C 7.63207 -2.06512 3.61136 

C 7.90621 -0.76845 4.05790 

C 6.87449 0.20262 4.08980 

C 7.13008 1.51042 3.66953 

C 5.99747 1.97626 2.99009 



C 6.13655 2.79951 1.84913 

C 5.31714 2.60208 0.72125 

C 4.35195 1.57761 0.72685 

C 4.05554 0.83491 -0.43060 

C 4.61428 1.20640 -1.82310 

C 5.21762 -0.02718 -2.62929 

C 5.12630 -1.39239 -1.92319 

C 6.20138 -2.29726 -1.88068 

C 6.08256 -3.10876 -0.75448 

C 7.22401 -3.60361 -0.08364 

C 7.25468 -3.64032 1.31240 

C 6.13861 -3.18587 2.04930 

C 6.32373 -2.40522 3.19209 

C 5.31006 -1.44472 3.22137 

C 5.58628 -0.13569 3.67215 

C 5.05128 0.95958 2.98942 

C 4.24003 0.75850 1.84958 

C 3.97442 -0.52024 1.40707 

C 4.50757 -1.63174 2.09495 

C 5.01615 -2.70093 1.37537 

C 4.99447 -2.66132 -0.03388 

C 4.44421 -1.57253 -0.71879 

C 3.92481 -0.48784 0.00984 

H -5.06733 -5.20687 1.85643 

H -2.20938 -8.56183 0.33275 

H -3.98325 -7.26394 1.14490 

C -4.87851 -5.37066 0.80226 

C -4.25558 -6.54761 0.38529 

H 5.77935 2.34543 -4.44700 

H -3.83105 -9.36226 0.22111 

C -2.93800 -9.04079 -0.35719 

O -5.84338 -3.26559 0.29841 

H 4.98746 1.72257 -5.94159 

C 4.80725 2.17880 -4.94473 

C -5.24126 -4.39848 -0.12812 

N 3.90500 1.32105 -4.16046 

C -4.00307 -6.78151 -0.98865 

H -2.45969 -9.95624 -0.76734 

H -3.51955 -2.52724 -0.49106 

H -6.09562 8.97952 2.67716 

O -1.70346 -1.13698 -1.22621 

C 4.44104 -0.03110 -3.94127 

C -4.24455 -1.72352 -0.47686 



C -5.56283 -2.00607 -0.11455 

C -3.33357 -8.07237 -1.49715 

H -0.21338 2.66934 -0.16073 

C -10.62400 1.95442 1.06615 

H -7.62356 9.52790 1.90536 

H -1.33331 -7.17629 -1.61536 

C -2.48542 -0.20078 -1.15180 

C -9.33218 2.23216 0.61017 

H -11.24267 2.79603 1.34595 

C -3.82985 -0.43798 -0.77650 

H 2.16012 2.95030 -0.74947 

C 0.18391 2.14677 -1.02098 

H -9.09463 3.27128 0.58220 

C -6.51731 9.64153 1.89227 

C 1.54147 2.29754 -1.35284 

C -6.55166 -0.96512 -0.06887 

C -11.10812 0.64547 1.19426 

C -4.99716 -4.61069 -1.48885 

C -4.39172 -5.78914 -1.91632 

C -8.39747 1.20818 0.28761 

C -2.04826 -7.71414 -2.27493 

C -8.84455 -0.13556 0.43722 

C -6.11946 0.37657 -0.30174 

C -10.21768 -0.41339 0.81646 

C -7.94493 -1.22056 0.20154 

C -4.74619 0.62076 -0.67114 

H -1.55167 -8.63162 -2.65739 

H 4.32553 3.16442 -5.11968 

H -6.26983 10.68821 2.16987 

N -2.04132 1.08374 -1.39950 

C -0.64369 1.29358 -1.77041 

C -7.03683 1.47227 -0.17359 

C -10.66927 -1.74304 0.75760 

C 2.09990 1.62764 -2.46265 

C -8.48609 -2.53579 0.20917 

C -4.28780 1.91989 -0.93457 

C 3.58764 1.85913 -2.81579 

C -9.81919 -2.77201 0.44989 

C -2.92355 2.14471 -1.28705 

C -6.54140 2.78307 -0.50833 

C -0.09200 0.62108 -2.87551 

C 1.25110 0.80406 -3.23438 

H -5.24351 -9.07971 -1.87533 



C -6.18254 5.46994 0.73285 

C -5.19154 2.97312 -0.86923 

H -5.80662 4.69257 1.38569 

C -4.31552 -8.81503 -2.42793 

H -7.93974 -3.41372 -0.03803 

H -5.28955 -3.86446 -2.21717 

C -5.84974 6.79711 0.98658 

H -10.20354 -3.78310 0.39488 

H -5.21726 7.01061 1.83623 

O -2.53663 3.28058 -1.52100 

C -7.01470 5.14293 -0.34333 

H -4.22712 -5.92370 -2.97588 

C -6.33286 7.83668 0.16204 

O -7.36819 3.85553 -0.57727 

H -0.71354 -0.03008 -3.47701 

C -7.50369 6.15516 -1.17139 

C -5.96251 9.29587 0.49324 

C -7.16166 7.48967 -0.93328 

H -3.93852 8.79887 1.23378 

H -3.86019 -9.75144 -2.81537 

H 1.61451 0.28964 -4.11024 

H -2.26285 -7.06752 -3.15094 

H -4.85055 3.96747 -1.13028 

H -8.14487 5.90729 -2.00880 

H -7.55991 8.23656 -1.60337 

C -4.42679 9.45982 0.48803 

H -4.60103 -8.19473 -3.30298 

H -7.65848 10.26969 -0.52578 

H -4.14304 10.50444 0.74028 

C -6.54819 10.31654 -0.51102 

H -6.26341 11.35312 -0.22771 

H -4.01346 9.21600 -0.51429 

H -6.16095 10.12986 -1.53615 

H 5.00441 -0.45530 -4.80238 

H 3.56223 -0.69334 -3.80099 

H 3.68632 2.96986 -2.80833 

H -11.69544 -2.01553 0.89425 

C -12.52748 0.43631 1.76415 

C -13.53665 1.41190 1.57079 

C -12.88060 -0.70106 2.54331 

C -14.83505 1.23051 2.07538 

C -15.17714 0.07086 2.78338 

C -14.18572 -0.88964 3.01916 



H -13.34002 2.31262 1.01108 

H -15.58222 1.99303 1.89548 

H -12.15421 -1.45117 2.81331 

H -14.41570 -1.78425 3.58840 

C -16.56601 -0.12388 3.28737 

O -17.46574 0.88222 3.20505 

O -16.90046 -1.19171 3.78188 

H -18.36333 0.78611 3.55631 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



Table S7. Oligothiophene-trisarylamine perylene monoimide, 1 (two binding points) with NiO 

(100) surface. 

Energy / au -206904.407890 

    Coordinates / Å x y z 

Ni -0.05007 -4.83708 3.30022 

Ni -5.94565 1.15564 3.12673 

Ni 6.02758 1.13139 3.18381 

Ni 0.01583 7.12630 3.12951 

Ni -0.01405 -1.83118 3.12484 

Ni -5.94129 4.11551 3.12794 

Ni 6.01438 4.20903 3.17138 

Ni 0.02393 10.10271 3.12865 

Ni -0.02197 1.17245 3.12324 

Ni 6.02560 -4.87014 3.13825 

Ni -5.92818 -4.76906 3.15288 

Ni 0.02444 -10.75024 3.13103 

Ni 0.02450 4.17375 3.29496 

Ni 6.03407 -1.77321 3.15370 

Ni -5.94382 -1.81093 3.13463 

Ni 0.00526 -7.77570 3.13151 

Ni -2.97785 1.15677 3.12586 

Ni 2.89952 -4.87459 3.14496 

Ni 2.99577 7.14636 3.12997 

Ni 8.97831 1.17307 3.13729 

Ni 2.92528 -1.77078 3.14368 

Ni -2.95018 4.13495 3.13036 

Ni -2.95522 -7.76132 3.13810 

Ni -8.91948 -1.80948 3.12907 

Ni 2.92494 1.12553 3.14313 

Ni -2.94595 7.11712 3.13006 

Ni -2.91792 -4.78070 3.42384 

Ni -8.91991 1.15740 3.12823 

Ni -2.97503 -1.82794 3.13362 

Ni 2.98778 -7.80450 3.12569 

Ni 2.86770 4.22944 3.35096 

Ni 8.97843 -1.81822 3.13206 

O -4.46303 -0.31840 3.14947 

O 1.51983 -6.33579 3.11444 

O 1.50250 5.71368 3.07148 

O 7.47295 -0.33170 3.16268 



O 1.55786 -3.28794 3.14805 

O -4.46188 2.65522 3.14751 

O 7.45330 2.64139 3.18341 

O 1.49987 8.63063 3.14519 

O 1.48940 -0.33295 3.14349 

O -4.45433 5.62220 3.14363 

O -4.45899 -6.28894 3.16929 

O -10.41540 -0.32603 3.14525 

O 1.50216 2.58576 3.09339 

O 7.43750 -3.30998 3.17318 

O -4.47511 -3.28281 3.14764 

O 1.50488 -9.27730 3.14688 

O -1.48176 -0.32220 3.14778 

O 4.48143 -6.27260 3.16882 

O 4.49297 5.63682 3.17489 

O 10.43792 -0.33042 3.15238 

O -1.50664 2.63907 3.12979 

O 4.49860 -3.30877 3.60699 

O -7.43672 -3.29364 3.15336 

O -1.47412 -9.28074 3.14963 

O 4.48612 -0.34599 3.20067 

O -1.50211 5.65766 3.12449 

O -1.49148 -6.34955 3.08342 

O -7.43927 -0.32116 3.14806 

O -1.47331 -3.25366 3.08596 

O -7.43196 2.65105 3.14997 

O 4.52720 2.59608 3.56971 

O -1.48250 8.61851 3.15048 

Ni -4.45722 -0.33841 1.04892 

Ni 1.48011 -6.29682 1.05105 

Ni 1.50084 5.62341 1.05403 

Ni 7.46430 -0.32750 1.05404 

Ni 1.48267 -3.32626 1.07071 

Ni -4.45306 2.64169 1.04683 

Ni 7.45522 2.65259 1.07460 

Ni 1.50408 8.60444 1.04907 

Ni 1.48831 -0.32891 1.04332 

Ni -4.44468 5.61885 1.04527 

Ni -4.43693 -6.26559 1.08656 

Ni -10.41205 -0.33362 1.04631 

Ni 1.49148 2.66902 1.07143 

Ni 7.45964 -3.31596 1.05600 

Ni -4.43906 -3.32582 1.07535 



Ni 1.49984 -9.27281 1.04639 

Ni -1.48496 -0.33980 1.04982 

Ni 4.47624 -6.29736 1.05639 

Ni 4.47112 5.62595 1.09032 

Ni 10.44171 -0.33123 1.05047 

Ni -1.47034 2.65492 1.05855 

Ni 4.47629 -3.30841 0.96770 

Ni -7.42708 -3.30897 1.05438 

Ni -1.47826 -9.26407 1.05219 

Ni 4.48114 -0.32685 1.07386 

Ni -1.46608 5.61822 1.05603 

Ni -1.48965 -6.27081 1.06615 

Ni -7.43320 -0.33521 1.04685 

Ni -1.48696 -3.33611 1.06477 

Ni -7.43414 2.64004 1.04379 

Ni 4.46066 2.66950 1.00301 

Ni -1.47453 8.60338 1.04728 

O 0.02744 -4.80548 1.05807 

O -5.94713 1.15915 1.04438 

O 5.93886 1.17271 1.11286 

O 0.00342 7.12958 1.03745 

O 0.02929 -1.81460 1.04290 

O -5.94783 4.14144 1.04848 

O 5.94057 4.10140 1.10668 

O 0.00583 10.09582 1.04576 

O 0.01161 1.14597 1.04068 

O 5.92879 -4.78108 1.06956 

O -5.94791 -4.80873 1.06525 

O 0.00863 -10.76268 1.04769 

O 0.00486 4.14122 1.05639 

O 5.94061 -1.84948 1.10020 

O -5.94765 -1.81991 1.04739 

O 0.01352 -7.79572 1.03997 

O -2.96953 1.15712 1.04184 

O 3.02593 -4.77448 1.08582 

O 2.99889 7.12502 1.04375 

O 8.93648 1.14886 1.05989 

O 3.03038 -1.84318 1.08826 

O -2.97493 4.13895 1.04348 

O -2.98460 -7.79681 1.05327 

O -8.92525 -1.81926 1.04490 

O 3.02632 1.16427 1.08658 

O -2.98184 7.12289 1.05039 



O -2.97412 -4.80290 1.03739 

O -8.92383 1.15640 1.04509 

O -2.97113 -1.81368 1.04127 

O 2.99660 -7.78092 1.04480 

O 3.01690 4.11756 1.10286 

O 8.93260 -1.82133 1.05733 

Ni 0.00627 -4.80642 -1.05330 

Ni -5.94474 1.14959 -1.06917 

Ni 5.96756 1.15662 -1.05293 

Ni 0.01283 7.11057 -1.06429 

Ni 0.00578 -1.83130 -1.05871 

Ni -5.94676 4.12881 -1.06672 

Ni 5.97299 4.14337 -1.04518 

Ni 0.01290 10.08957 -1.06646 

Ni 0.00776 1.15573 -1.06039 

Ni 5.97176 -4.81210 -1.07389 

Ni -5.94530 -4.80437 -1.04632 

Ni 0.01111 -10.76218 -1.06573 

Ni 0.00994 4.13278 -1.05546 

Ni 5.97085 -1.82104 -1.06668 

Ni -5.94214 -1.82932 -1.06142 

Ni 0.00674 -7.78317 -1.06249 

Ni -2.96627 1.15125 -1.06456 

Ni 2.98257 -4.81144 -1.06734 

Ni 2.99380 7.11261 -1.05699 

Ni 8.94716 1.15748 -1.05648 

Ni 2.98221 -1.82240 -1.06397 

Ni -2.96463 4.13029 -1.06561 

Ni -2.96952 -7.77947 -1.05043 

Ni -8.92256 -1.82671 -1.06640 

Ni 2.98465 1.15509 -1.05751 

Ni -2.96471 7.10940 -1.06474 

Ni -2.96989 -4.80508 -1.05334 

Ni -8.92422 1.15087 -1.06925 

Ni -2.96877 -1.83124 -1.05976 

Ni 2.98807 -7.78699 -1.06648 

Ni 2.98557 4.14164 -1.05021 

Ni 8.94854 -1.82611 -1.06170 

O -4.45677 -0.33343 -1.07252 

O 1.50644 -6.29009 -1.06344 

O 1.50403 5.61961 -1.06231 

O 7.44448 -0.33620 -1.04230 

O 1.51319 -3.31323 -1.05702 



O -4.45759 2.64704 -1.07081 

O 7.44551 2.63751 -1.04528 

O 1.49933 8.60284 -1.07029 

O 1.51340 -0.33533 -1.05349 

O -4.46369 5.62697 -1.06512 

O -4.46494 -6.30153 -1.04909 

O -10.41624 -0.33497 -1.07051 

O 1.50975 2.64380 -1.05519 

O 7.44686 -3.31022 -1.05534 

O -4.45979 -3.31547 -1.06562 

O 1.50039 -9.27265 -1.07045 

O -1.47449 -0.33580 -1.06999 

O 4.47727 -6.28690 -1.06551 

O 4.48004 5.61393 -1.04777 

O 10.42985 -0.33546 -1.06309 

O -1.47726 2.64526 -1.06861 

O 4.48079 -3.31206 -1.06677 

O -7.43453 -3.31443 -1.06645 

O -1.48386 -9.27554 -1.06305 

O 4.48244 -0.33751 -1.04276 

O -1.48133 5.62578 -1.06883 

O -1.47804 -6.29671 -1.06722 

O -7.43567 -0.33488 -1.07186 

O -1.47404 -3.31491 -1.06882 

O -7.43473 2.64537 -1.07116 

O 4.48080 2.63877 -1.04759 

O -1.48455 8.60539 -1.06753 

Ni -4.45589 -0.34801 -3.14600 

Ni 1.49448 -6.30360 -3.14218 

Ni 1.50181 5.61399 -3.13843 

Ni 7.45775 -0.34016 -3.13366 

Ni 1.49446 -3.32475 -3.13820 

Ni -4.45559 2.63108 -3.14656 

Ni 7.45672 2.63982 -3.12825 

Ni 1.50344 8.59083 -3.14433 

Ni 1.49625 -0.34304 -3.13754 

Ni -4.45693 5.60824 -3.14779 

Ni -4.45766 -6.29910 -3.13026 

Ni -10.41654 -0.34721 -3.14882 

Ni 1.49972 2.63826 -3.13418 

Ni 7.45936 -3.32382 -3.14158 

Ni -4.45712 -3.32566 -3.13893 

Ni 1.49812 -9.28209 -3.14637 



Ni -1.47974 -0.34681 -3.14228 

Ni 4.47534 -6.30731 -3.14692 

Ni 4.48057 5.61610 -3.12937 

Ni 10.43480 -0.34393 -3.14212 

Ni -1.47687 2.63387 -3.14320 

Ni 4.47599 -3.32385 -3.14768 

Ni -7.43277 -3.32481 -3.14045 

Ni -1.48163 -9.27851 -3.13921 

Ni 4.47690 -0.34067 -3.13310 

Ni -1.47658 5.61141 -3.14457 

Ni -1.48212 -6.30041 -3.13829 

Ni -7.43517 -0.34832 -3.14837 

Ni -1.48153 -3.32604 -3.14007 

Ni -7.43586 2.63144 -3.14759 

Ni 4.47855 2.64051 -3.13120 

Ni -1.47608 8.59206 -3.14349 

O 0.01389 -4.81140 -3.16661 

O -5.94587 1.14711 -3.17572 

O 5.96538 1.14521 -3.15020 

O 0.01073 7.10405 -3.17029 

O 0.01713 -1.83208 -3.16509 

O -5.94680 4.12960 -3.17213 

O 5.96613 4.12048 -3.15026 

O 0.00728 10.08455 -3.17156 

O 0.01739 1.14584 -3.16451 

O 5.96944 -4.80511 -3.16637 

O -5.94774 -4.81724 -3.15915 

O 0.00893 -10.76713 -3.16717 

O 0.01379 4.12471 -3.16704 

O 5.96579 -1.82967 -3.15922 

O -5.94630 -1.83479 -3.17279 

O 0.00852 -7.79074 -3.16921 

O -2.96490 1.14737 -3.17315 

O 2.99322 -4.80758 -3.16578 

O 2.99096 7.10051 -3.16486 

O 8.94067 1.14541 -3.15682 

O 2.99349 -1.83056 -3.16015 

O -2.96774 4.12864 -3.17155 

O -2.97380 -7.79407 -3.15878 

O -8.92607 -1.83314 -3.17308 

O 2.99440 1.14580 -3.15452 

O -2.96928 7.10909 -3.16562 

O -2.97008 -4.81559 -3.16746 



O -8.92457 1.14805 -3.17237 

O -2.96568 -1.83452 -3.17102 

O 2.98867 -7.78778 -3.17264 

O 2.99381 4.12192 -3.15642 

O 8.93963 -1.82927 -3.16280 

C -1.32146 -4.39752 5.84389 

O -2.51862 -4.51153 5.43566 

H -3.06175 -3.22735 7.63698 

C -2.02891 -2.95683 7.81613 

C -1.03404 -3.54875 7.04643 

C 0.29375 -3.20605 7.28521 

H 1.05744 -3.68888 6.69340 

H 1.64171 -1.92176 8.34934 

C 0.61517 -2.23406 8.20115 

C -0.38689 -1.57782 8.90256 

C -1.71080 -1.98652 8.75077 

H -2.48731 -1.48826 9.31791 

N -0.01275 -0.38350 9.60460 

H -1.27029 0.29069 7.41129 

C -0.37641 0.88108 7.56181 

C 0.39153 0.66180 8.70058 

C 1.55073 1.40536 8.89448 

H 2.15215 1.22848 9.77775 

H -0.61215 2.02315 5.77326 

C -0.00107 1.83066 6.64600 

C 1.16046 2.57716 6.82814 

C 1.93637 2.35168 7.95656 

C 1.45569 3.58254 5.75961 

H 2.84404 2.92414 8.10634 

O 2.66247 3.76480 5.36480 

O 0.43442 4.14225 5.27258 

C -8.66632 0.53740 27.42543 

C -8.18285 0.65816 26.13075 

C -8.51524 -0.63832 28.12082 

C -7.83838 -1.72079 27.52524 

C -7.32776 -1.59737 26.20614 

C -7.53961 -0.38713 25.49041 

H -9.17207 1.36291 27.90847 

H -8.31456 1.60486 25.62532 

C -7.68635 -2.93296 28.22653 

C -7.03220 -3.98577 27.63311 

C -6.50462 -3.85973 26.35610 

C -6.61611 -2.68608 25.63043 



H -6.93410 -4.91131 28.18478 

H -5.99903 -4.71532 25.93056 

C -7.07821 -0.29075 24.10381 

C -6.29865 -1.34543 23.55125 

C -6.02972 -2.52932 24.29617 

C -7.38428 0.79061 23.30438 

C -6.92011 0.89242 21.99580 

C -6.12358 -0.07942 21.44468 

C -5.78937 -1.22333 22.22696 

H -8.01047 1.58659 23.68365 

H -7.18414 1.75708 21.39871 

C -4.98996 -2.25865 21.69895 

C -4.71181 -3.36849 22.44285 

C -5.23256 -3.50241 23.72954 

H -4.98770 -4.39609 24.28705 

H -4.60012 -2.14959 20.69679 

H -4.08441 -4.15328 22.03745 

C -9.03810 -0.74086 29.49246 

N -8.73448 -1.92216 30.18825 

C -8.20949 -3.08154 29.59330 

O -9.68468 0.15130 30.02489 

O 3.73793 7.77533 30.20628 

C -9.08790 -1.98665 31.59764 

C -8.13004 -1.60987 32.54505 

C -8.50502 -1.68490 33.88075 

C -9.76178 -2.10976 34.25898 

C 1.23301 9.44187 33.30101 

C 1.54972 9.49510 31.94972 

H 1.89213 9.75882 35.31021 

H 0.24722 9.10934 33.60369 

H -7.78693 -1.40023 34.64197 

C -6.71213 -1.12505 32.24712 

C -6.63598 0.20575 31.49066 

H -6.86685 0.10257 30.43225 

H -5.62297 0.60862 31.55609 

H -7.31813 0.94448 31.90884 

C -5.79862 -2.17728 31.60856 

H -6.28705 -0.92672 33.23589 

H -5.88304 -3.13955 32.11137 

H -4.75830 -1.85213 31.67750 

H -6.01100 -2.33486 30.55301 

C 0.50653 9.08455 30.92608 

C 0.12089 7.61195 31.08973 



H 0.99497 6.96668 31.01799 

H -0.58969 7.31145 30.31736 

H -0.35164 7.42700 32.05527 

C -0.71869 10.00064 30.98692 

H 0.94074 9.19406 29.93159 

H -1.22874 9.92331 31.94799 

H -1.44038 9.73100 30.21347 

H -0.43784 11.04263 30.84226 

C -5.69036 0.04337 20.04279 

S -4.06057 0.60289 19.64718 

C -4.42133 0.52986 17.91237 

C -5.69551 0.08916 17.72672 

C -6.42497 -0.17793 18.91490 

H -6.12426 -0.01276 16.73810 

C -3.43883 0.83658 16.90156 

S -3.39877 -0.19654 15.45672 

C -2.10671 0.78119 14.75098 

C -1.77635 1.79184 15.59537 

C -2.51624 1.84133 16.80652 

H -0.99390 2.50296 15.36038 

C -7.84687 -0.68148 18.92372 

C -7.98735 -2.11072 19.46275 

H -8.24675 -0.62712 17.90800 

H -8.46813 -0.01776 19.53108 

C -7.18822 -3.15145 18.68594 

H -9.04651 -2.38584 19.46847 

H -7.66717 -2.11933 20.50530 

C -7.12876 -4.50171 19.39252 

H -6.17167 -2.77769 18.53140 

H -7.61459 -3.27049 17.68358 

C 5.53416 6.34503 18.60317 

H 3.76988 7.06381 19.60452 

H -6.64802 -4.36482 20.36700 

C 5.56379 4.99270 19.29864 

H -5.35738 -5.23014 18.41688 

H 5.07625 6.23689 17.61471 

H 6.02526 5.06042 20.28539 

H 6.12712 4.25546 18.72505 

H 4.55674 4.59560 19.43807 

C -2.27278 2.89801 17.84553 

C -1.00476 2.65147 18.67162 

H -3.13349 2.96856 18.51225 

H -2.18587 3.86968 17.34789 



C -0.71119 3.77188 19.66245 

H -0.15456 2.52525 17.99388 

H -1.10122 1.70008 19.20315 

C 0.57078 3.55923 20.46058 

H -1.55611 3.87926 20.35083 

H -0.64763 4.72356 19.12299 

C 0.86487 4.68431 21.44702 

H 1.41481 3.45229 19.77006 

H 0.51080 2.60856 21.00102 

C 2.15271 4.48000 22.22987 

H 0.02523 4.78289 22.14215 

H 0.91246 5.63513 20.90611 

H 2.12860 3.55138 22.80234 

H 2.32719 5.29351 22.93479 

H 3.01938 4.43034 21.56827 

C -1.57348 0.47464 13.43237 

C -1.18309 1.49917 12.57063 

C -0.68150 1.23230 11.31670 

C -0.54868 -0.08364 10.87493 

C -1.43776 -0.83806 12.98041 

C -0.92975 -1.11713 11.73242 

H -1.70420 -1.65534 13.64088 

H -1.31316 2.52865 12.88363 

H -0.40868 2.04432 10.65653 

H -0.81335 -2.14324 11.40938 

O -0.28909 -4.87331 5.27329 

H 4.47011 -3.32457 4.57473 

H 4.29528 2.73545 4.50808 

 

 

 

 

 

 

 



Table S8. Oligothiophene-trisarylamine perylene monoimide, 1 (one binding point) with NiO 

(100) surface. 

Energy / au -206104.566183 

    Coordinates / Å x y z 

Ni 0.00452 -4.39894 3.19293 

Ni -5.90951 1.49832 3.17887 

Ni 5.93225 1.48905 3.18078 

Ni -0.00441 7.41951 3.18853 

Ni 0.01354 -1.43340 3.26374 

Ni -5.91049 4.45155 3.17869 

Ni 5.92738 4.45563 3.18576 

Ni 0.00319 10.36356 3.18307 

Ni -0.05872 1.40763 3.23968 

Ni 5.90823 -4.41120 3.18081 

Ni -5.89541 -4.40146 3.18300 

Ni 0.00569 -10.31069 3.18748 

Ni -0.07097 4.50370 3.19550 

Ni 5.92093 -1.46511 3.17342 

Ni -5.90446 -1.45296 3.17981 

Ni 0.00499 -7.35895 3.18379 

Ni -2.96538 1.49262 3.17986 

Ni 2.95775 -4.41164 3.17933 

Ni 2.95983 7.42110 3.18875 

Ni 8.87087 1.49869 3.18179 

Ni 2.96420 -1.47253 3.17166 

Ni -2.97238 4.45453 3.17984 

Ni -2.94380 -7.35895 3.18149 

Ni -8.85643 -1.45004 3.18446 

Ni 3.03024 1.41519 3.18535 

Ni -2.95875 7.41165 3.18346 

Ni -2.94600 -4.40487 3.18246 

Ni -8.85736 1.50131 3.18411 

Ni -2.95229 -1.45896 3.18064 

Ni 2.95540 -7.36148 3.17705 

Ni 3.01204 4.50812 3.20747 

Ni 8.86613 -1.45463 3.17697 

O -4.44221 0.02098 3.18166 

O 1.48299 -5.89019 3.18974 

O 1.47843 5.92706 3.21306 

O 7.39705 0.01898 3.18536 



O 1.50269 -2.95201 3.19212 

O -4.43826 2.97870 3.18750 

O 7.39325 2.97354 3.19135 

O 1.48004 8.88368 3.19642 

O 1.54578 0.02514 3.17167 

O -4.43068 5.93228 3.18195 

O -4.42518 -5.88752 3.19097 

O -10.33432 0.02182 3.18795 

O 1.50557 2.98696 3.31538 

O 7.39186 -2.93236 3.18422 

O -4.43379 -2.93510 3.18696 

O 1.48249 -8.83854 3.18432 

O -1.54060 0.01540 3.15468 

O 4.43534 -5.88828 3.18100 

O 4.44080 5.93435 3.19551 

O 10.34289 0.02180 3.18422 

O -1.49586 2.99651 3.20112 

O 4.44626 -2.93825 3.18267 

O -7.38151 -2.93140 3.19157 

O -1.47346 -8.83846 3.18667 

O 4.46388 0.00896 3.17987 

O -1.48424 5.94101 3.18748 

O -1.47242 -5.88797 3.19238 

O -7.38473 0.02144 3.18716 

O -1.48983 -2.94268 3.19330 

O -7.38304 2.97510 3.18791 

O 4.44158 2.97181 3.20001 

O -1.47261 8.88470 3.19188 

Ni -4.43136 0.01539 1.08310 

Ni 1.47991 -5.88936 1.08624 

Ni 1.47882 5.92930 1.09643 

Ni 7.39342 0.01492 1.08100 

Ni 1.48010 -2.93924 1.09299 

Ni -4.43339 2.96994 1.08303 

Ni 7.39326 2.97025 1.08563 

Ni 1.48004 8.88039 1.08877 

Ni 1.48252 0.00536 1.09379 

Ni -4.43094 5.92410 1.08272 

Ni -4.42269 -5.88841 1.08665 

Ni -10.33310 0.01850 1.08571 

Ni 1.47519 2.96145 1.08060 

Ni 7.38863 -2.93801 1.08065 

Ni -4.42631 -2.93669 1.08523 



Ni 1.48039 -8.84227 1.08383 

Ni -1.48296 0.00864 1.09092 

Ni 4.43247 -5.89116 1.08178 

Ni 4.43848 5.92831 1.09021 

Ni 10.34332 0.01817 1.08429 

Ni -1.48500 2.96623 1.09380 

Ni 4.43640 -2.94202 1.08010 

Ni -7.37970 -2.93419 1.08668 

Ni -1.47079 -8.84186 1.08479 

Ni 4.44386 0.00694 1.08061 

Ni -1.48124 5.92771 1.08710 

Ni -1.47085 -5.88750 1.08851 

Ni -7.38193 0.01754 1.08394 

Ni -1.47063 -2.93457 1.09572 

Ni -7.38253 2.97037 1.08243 

Ni 4.44320 2.96775 1.09169 

Ni -1.47321 8.87927 1.08494 

O 0.00406 -4.41467 1.08996 

O -5.90868 1.49335 1.08215 

O 5.91615 1.49154 1.08569 

O 0.00363 7.39990 1.09266 

O 0.00620 -1.46164 1.09536 

O -5.90607 4.44663 1.08174 

O 5.91146 4.44620 1.09056 

O 0.00418 10.35374 1.08627 

O 0.00412 1.49461 1.09994 

O 5.91264 -4.41474 1.08120 

O -5.90528 -4.41488 1.08735 

O 0.00430 -10.32030 1.08554 

O 0.00951 4.44348 1.10617 

O 5.91711 -1.46274 1.07975 

O -5.90802 -1.46146 1.08343 

O 0.00368 -7.36745 1.08597 

O -2.95975 1.49588 1.08332 

O 2.95952 -4.41716 1.08241 

O 2.95598 7.39932 1.09359 

O 8.86674 1.49302 1.08356 

O 2.96703 -1.46519 1.08264 

O -2.95372 4.44927 1.08571 

O -2.94891 -7.36733 1.08586 

O -8.85877 -1.46052 1.08666 

O 2.96184 1.49590 1.09681 

O -2.94913 7.40137 1.08427 



O -2.95148 -4.41506 1.08632 

O -8.85859 1.49294 1.08408 

O -2.95844 -1.46415 1.08226 

O 2.95613 -7.36823 1.08250 

O 2.95192 4.44116 1.10691 

O 8.86710 -1.46054 1.08264 

Ni 0.00374 -4.41611 -1.03777 

Ni -5.90521 1.48908 -1.04303 

Ni 5.91319 1.48876 -1.04049 

Ni 0.00353 7.39583 -1.03683 

Ni 0.00340 -1.46605 -1.03285 

Ni -5.90506 4.44298 -1.04437 

Ni 5.91214 4.44331 -1.03741 

Ni 0.00436 10.35052 -1.04152 

Ni 0.00106 1.48726 -1.03145 

Ni 5.91040 -4.41858 -1.04429 

Ni -5.90277 -4.41702 -1.03899 

Ni 0.00441 -10.32358 -1.04228 

Ni 0.00219 4.43992 -1.03296 

Ni 5.91235 -1.46565 -1.04488 

Ni -5.90417 -1.46419 -1.04181 

Ni 0.00385 -7.36945 -1.04114 

Ni -2.95217 1.48816 -1.03900 

Ni 2.95640 -4.41808 -1.04276 

Ni 2.95692 7.39629 -1.03588 

Ni 8.86632 1.48998 -1.04285 

Ni 2.95710 -1.46646 -1.04002 

Ni -2.95213 4.44201 -1.04037 

Ni -2.94809 -7.36945 -1.04046 

Ni -8.85716 -1.46352 -1.04101 

Ni 2.95723 1.48812 -1.03544 

Ni -2.94998 7.39583 -1.04098 

Ni -2.94844 -4.41613 -1.03886 

Ni -8.85755 1.48965 -1.04291 

Ni -2.95026 -1.46521 -1.03925 

Ni 2.95606 -7.37030 -1.04319 

Ni 2.95695 4.44081 -1.03258 

Ni 8.86573 -1.46396 -1.04376 

O -4.42942 0.01267 -1.04390 

O 1.47971 -5.89380 -1.04318 

O 1.48056 5.91678 -1.03087 

O 7.38923 0.01303 -1.04456 

O 1.48093 -2.94048 -1.04084 



O -4.42830 2.96698 -1.04380 

O 7.38766 2.96699 -1.04106 

O 1.48013 8.87191 -1.03859 

O 1.48151 0.01415 -1.03625 

O -4.42589 5.91987 -1.04297 

O -4.42747 -5.89412 -1.04035 

O -10.33401 0.01240 -1.04211 

O 1.48142 2.96593 -1.02427 

O 7.38935 -2.94046 -1.04526 

O -4.42884 -2.94139 -1.04254 

O 1.47954 -8.84697 -1.04342 

O -1.47391 0.01320 -1.03909 

O 4.43364 -5.89421 -1.04449 

O 4.43164 5.91779 -1.03460 

O 10.34183 0.01293 -1.04286 

O -1.47207 2.96672 -1.03506 

O 4.43564 -2.94101 -1.04569 

O -7.38194 -2.94176 -1.04038 

O -1.47282 -8.84663 -1.04291 

O 4.43552 0.01379 -1.04117 

O -1.47079 5.91802 -1.03669 

O -1.47330 -5.89322 -1.04130 

O -7.38197 0.01226 -1.04350 

O -1.47350 -2.94005 -1.03993 

O -7.38146 2.96660 -1.04501 

O 4.43292 2.96679 -1.03408 

O -1.47137 8.87276 -1.04103 

Ni -4.42526 0.00720 -3.13710 

Ni 1.48028 -5.89757 -3.13733 

Ni 1.48138 5.91296 -3.12917 

Ni 7.38870 0.00829 -3.13832 

Ni 1.47997 -2.94469 -3.13410 

Ni -4.42553 2.96023 -3.13634 

Ni 7.38855 2.96224 -3.13466 

Ni 1.48165 8.86674 -3.13275 

Ni 1.47973 0.00725 -3.13094 

Ni -4.42595 5.91382 -3.14229 

Ni -4.42546 -5.89799 -3.13364 

Ni -10.33298 0.00770 -3.14239 

Ni 1.48063 2.95964 -3.12834 

Ni 7.38859 -2.94641 -3.13990 

Ni -4.42518 -2.94553 -3.13612 

Ni 1.48061 -8.85177 -3.13920 



Ni -1.47149 0.00719 -3.13206 

Ni 4.43325 -5.89879 -3.14481 

Ni 4.43432 5.91400 -3.13033 

Ni 10.34183 0.00812 -3.14345 

Ni -1.47205 2.95923 -3.13107 

Ni 4.43358 -2.94576 -3.14011 

Ni -7.37926 -2.94663 -3.13475 

Ni -1.47193 -8.85128 -3.13854 

Ni 4.43378 0.00808 -3.13556 

Ni -1.47175 5.91240 -3.13486 

Ni -1.47202 -5.89712 -3.13572 

Ni -7.37973 0.00722 -3.13996 

Ni -1.47163 -2.94452 -3.13400 

Ni -7.37955 2.96155 -3.13709 

Ni 4.43456 2.96120 -3.13065 

Ni -1.47090 8.86716 -3.13396 

O 0.00213 -4.42097 -3.14594 

O -5.90474 1.48430 -3.14897 

O 5.90851 1.48626 -3.14474 

O 0.00426 7.38837 -3.14161 

O 0.00298 -1.46696 -3.14378 

O -5.90328 4.43840 -3.14828 

O 5.90747 4.43771 -3.14382 

O 0.00359 10.34324 -3.14642 

O 0.00489 1.48742 -3.13907 

O 5.91186 -4.42193 -3.14346 

O -5.90644 -4.42394 -3.14457 

O 0.00331 -10.32947 -3.14242 

O 0.00560 4.43618 -3.13801 

O 5.90998 -1.46754 -3.15022 

O -5.90562 -1.46992 -3.14870 

O 0.00177 -7.37501 -3.14906 

O -2.94946 1.48531 -3.14499 

O 2.95635 -4.42103 -3.14647 

O 2.95501 7.38830 -3.14065 

O 8.86330 1.48535 -3.14554 

O 2.95602 -1.46626 -3.14634 

O -2.94804 4.43778 -3.14425 

O -2.95190 -7.37510 -3.14794 

O -8.85840 -1.47086 -3.14632 

O 2.95499 1.48779 -3.13932 

O -2.94725 7.39024 -3.13992 

O -2.95186 -4.42188 -3.14633 



O -8.85772 1.48397 -3.14230 

O -2.95098 -1.46830 -3.14648 

O 2.95534 -7.37570 -3.15139 

O 2.95465 4.43626 -3.13711 

O 8.86429 -1.46961 -3.15059 

H 0.07161 -9.95559 5.81496 

H 7.87006 -1.94570 23.19986 

C -0.04665 -7.53854 14.14668 

C -0.07222 -6.28862 13.50792 

C 0.49200 -7.65545 15.41313 

C 1.06305 -6.51986 16.04753 

C 1.09304 -5.26151 15.37498 

C 0.44865 -5.12594 14.09389 

H -0.46145 -8.40800 13.66392 

C 1.61243 -6.64308 17.34585 

C 2.15362 -5.54253 17.97511 

C 2.25063 -4.30959 17.30352 

C 1.77421 -4.14951 15.98631 

H 2.54462 -5.64784 18.97806 

C 0.36359 -3.78712 13.49086 

C 1.19928 -2.73817 14.00448 

C 1.96351 -2.90781 15.20502 

C -0.48851 -3.47483 12.42859 

C -0.45558 -2.23346 11.78042 

C 0.48382 -1.29584 12.13902 

C 1.32134 -1.50424 13.27296 

H -1.18594 -4.21614 12.06229 

H -1.11142 -2.04397 10.93862 

C 2.25731 -0.52569 13.68306 

C 3.04549 -0.74596 14.79105 

C 2.88465 -1.91942 15.55585 

H 3.50665 -2.04968 16.42353 

H 2.34252 0.38782 13.11529 

H 3.76657 -0.00928 15.11838 

C 0.48143 -8.99267 16.05512 

N 1.05813 -9.01834 17.34915 

C 1.63125 -7.93283 18.05639 

O 0.03654 -10.00088 15.54299 

O 2.12895 -8.11586 19.14971 

O 0.61667 -0.08164 11.49402 

C 0.54754 -0.04071 10.11034 

C 1.01608 -1.09547 9.31811 

C 0.87352 -1.02262 7.94213 



C 0.34579 0.11822 7.32524 

C -0.05953 1.19029 8.12611 

C 0.02060 1.11149 9.52288 

H 1.45935 -1.96763 9.78699 

H 1.15548 -1.86338 7.30896 

H -0.45784 2.08277 7.65417 

H -0.38712 1.88641 10.15618 

C 0.18164 0.13343 5.82303 

O 0.10826 -1.00649 5.29763 

O 0.11962 1.28558 5.25748 

O -0.70838 -6.22359 12.27743 

C -0.37176 -7.12857 11.27650 

C 0.93352 -7.58417 11.07880 

C 1.20084 -8.43145 10.00070 

C 0.19693 -8.87008 9.12146 

C -1.10597 -8.37875 9.35294 

C -1.39621 -7.53165 10.42419 

H -1.91593 -8.69430 8.71530 

H -2.40676 -7.18037 10.59596 

H 2.22799 -8.76066 9.85809 

H 1.74296 -7.21382 11.70230 

C 0.45227 -9.84773 7.95997 

C -9.85906 1.65212 7.77953 

H -9.72656 1.00349 6.90314 

H -9.44958 1.13172 8.64467 

H -9.26974 2.55872 7.60874 

C -0.06631 -9.24341 6.63407 

H -1.13294 -9.00704 6.67507 

H 0.46485 -8.33190 6.36791 

C -0.28831 -11.17501 8.24366 

H 10.44124 0.79959 8.30179 

H 0.03900 -11.59605 9.19263 

H 11.71742 -0.08800 7.45107 

O 2.71503 -3.21302 17.98212 

C 3.75217 -3.34726 18.91165 

C 3.50278 -2.82514 20.20403 

C 4.51920 -2.88447 21.15692 

C 5.79967 -3.45258 20.85012 

C 6.00854 -3.98579 19.55047 

C 4.99808 -3.93137 18.58344 

H 2.54940 -2.34940 20.42401 

H 5.15350 -4.37463 17.60037 

H 6.94426 -4.46506 19.29248 



H 4.33744 -2.43303 22.13239 

C 6.90911 -3.46524 21.93030 

C -3.57866 7.71473 21.40808 

H -3.69278 6.63721 21.18295 

H -2.78264 7.78483 22.17007 

H -3.19738 8.24093 20.49594 

C 6.40607 -4.29883 23.17384 

H 6.21915 -5.35171 22.91800 

H 5.47445 -3.87171 23.60794 

H 7.18215 -4.28063 23.95455 

C 7.18220 -1.98572 22.36176 

H 7.61310 -1.40463 21.52752 

H 6.26765 -1.47002 22.66163 

N 1.14394 -10.25488 17.96656 

C -9.48996 0.82514 17.71140 

C -9.34025 -0.44528 18.48362 

C -10.36558 -0.86540 19.37301 

C -11.51339 -0.06662 19.59491 

C 0.11703 -10.57630 18.87974 

O -8.64780 1.25016 16.95156 

O -0.82902 -9.84201 19.04984 

C -8.24192 -1.25457 18.25494 

C -8.08089 -2.46570 18.96401 

C 2.76504 8.92422 19.86065 

C 1.60156 9.71432 20.06999 

H -7.47035 -0.88119 17.59200 

H -7.21491 -3.08911 18.82181 

C 0.57576 9.29292 20.95156 

C -0.53697 10.09099 21.14886 

C 11.12616 -0.50272 20.46011 

H -1.30650 9.74235 21.82901 

H 10.26061 0.12906 20.60834 

C 2.94171 7.64470 20.58332 

N 1.88772 7.29171 21.41103 

C 0.74580 8.02739 21.71621 

O 3.91565 6.93198 20.50247 

O -0.01847 7.63870 22.57303 

H 2.07116 6.50094 22.04043 

H 1.37051 2.77282 4.24352 

 

 



Table S9. Perylene monoimide naphthalene diimide, 2 with NiO (100) surface. 

Energy / au -206105.208680 

    Coordinates / Å x y z 

Ni 3.14167 -3.11801 3.15938 

Ni -5.20864 -3.13226 3.14654 

Ni 3.16796 5.23843 3.14949 

Ni -5.21811 5.23550 3.15310 

Ni 1.04518 -1.02617 3.37067 

Ni -7.29792 -1.04530 3.14682 

Ni 1.07576 7.33072 3.15336 

Ni -7.29711 7.31932 3.14714 

Ni -1.00230 0.92332 3.31756 

Ni 7.32561 1.04511 3.14739 

Ni -1.02650 -7.29441 3.15059 

Ni 7.32551 -7.30011 3.14704 

Ni -3.18645 3.12761 3.17709 

Ni 5.24764 3.13562 3.14369 

Ni -3.11803 -5.21501 3.14820 

Ni 5.23662 -5.21080 3.14789 

Ni -3.12636 -1.05318 3.14807 

Ni 5.24093 -1.04308 3.14993 

Ni -3.12829 7.32904 3.15453 

Ni 5.24398 7.32080 3.14687 

Ni 3.16075 1.03012 3.14439 

Ni -5.22027 1.03390 3.15122 

Ni 3.15537 -7.29645 3.14943 

Ni -5.20939 -7.29924 3.14815 

Ni 1.14262 3.13910 3.14904 

Ni -7.30131 3.13597 3.14672 

Ni 1.06452 -5.21407 3.15436 

Ni -7.29575 -5.21508 3.14572 

Ni -1.02252 -3.13674 3.14997 

Ni 7.32408 -3.12889 3.14649 

Ni -1.02627 5.29937 3.19178 

Ni 7.32706 5.22861 3.14627 

O -3.12790 -3.14032 3.16389 

O 5.24121 -3.13122 3.16636 

O -3.11493 5.22207 3.19682 

O 5.24392 5.22983 3.16681 

O 3.17648 -1.04063 3.15631 



O -5.21387 -1.04545 3.16709 

O 3.15383 7.31685 3.17122 

O -5.20780 7.31501 3.17213 

O 1.10030 1.10261 3.10550 

O -7.29730 1.04856 3.16674 

O 1.06297 -7.30676 3.17243 

O -7.29480 -7.30529 3.16548 

O -1.03465 3.19877 3.58827 

O 7.32852 3.13942 3.16554 

O -1.03186 -5.22585 3.16800 

O 7.32602 -5.21779 3.16649 

O -1.06879 -1.09699 3.10131 

O 7.32872 -1.04148 3.16653 

O -1.02887 7.32559 3.17711 

O 7.32724 7.31579 3.16678 

O -3.14191 1.05629 3.16700 

O 5.24726 1.05230 3.16469 

O -3.11997 -7.30653 3.17107 

O 5.24001 -7.30446 3.16735 

O 3.17254 3.14840 3.16002 

O -5.21890 3.14131 3.16918 

O 3.15360 -5.21897 3.16857 

O -5.20958 -5.22061 3.16663 

O 1.06233 -3.15335 3.16363 

O -7.29595 -3.13146 3.16601 

O 1.06062 5.22714 3.19282 

O -7.29482 5.22750 3.16905 

Ni -3.11735 -3.13380 1.05722 

Ni 5.22998 -3.13084 1.05801 

Ni -3.11868 5.21910 1.07589 

Ni 5.23690 5.22129 1.05377 

Ni 3.12939 -1.04609 1.07500 

Ni -5.21024 -1.04764 1.05473 

Ni 3.14906 7.31284 1.05642 

Ni -5.20922 7.30977 1.05745 

Ni 1.05419 1.02388 1.07383 

Ni -7.29813 1.04109 1.05436 

Ni 1.05871 -7.30573 1.05877 

Ni -7.29747 -7.30881 1.05354 

Ni -1.02568 3.11457 0.98442 

Ni 7.32327 3.13082 1.05221 

Ni -1.02913 -5.22123 1.05686 

Ni 7.32075 -5.22025 1.05382 



Ni -1.01676 -1.04463 1.06854 

Ni 7.32076 -1.04630 1.05397 

Ni -1.03020 7.31007 1.06142 

Ni 7.32289 7.31043 1.05323 

Ni -3.10938 1.03429 1.08226 

Ni 5.23585 1.03992 1.05363 

Ni -3.11991 -7.30866 1.05786 

Ni 5.23453 -7.30663 1.05478 

Ni 3.15047 3.12865 1.05003 

Ni -5.20807 3.12841 1.05631 

Ni 3.14371 -5.21601 1.05976 

Ni -5.20868 -5.22152 1.05421 

Ni 1.05626 -3.11600 1.08078 

Ni -7.29817 -3.13417 1.05341 

Ni 1.06124 5.22602 1.06753 

Ni -7.29687 5.22039 1.05536 

O 3.14813 -3.13718 1.05974 

O -5.21162 -3.13656 1.05401 

O 3.14332 5.21995 1.06153 

O -5.20353 5.21628 1.06577 

O 1.06023 -1.04733 1.05171 

O -7.29791 -1.04576 1.05486 

O 1.05323 7.30526 1.06690 

O -7.29535 7.30677 1.05678 

O -1.03694 1.07860 1.10853 

O 7.32461 1.04468 1.05438 

O -1.03244 -7.31792 1.05988 

O 7.32219 -7.31159 1.05514 

O -3.08389 3.13522 1.10877 

O 5.23658 3.13519 1.05188 

O -3.12253 -5.22787 1.05570 

O 5.23420 -5.22357 1.05529 

O -3.12978 -1.04768 1.05176 

O 5.23669 -1.04455 1.05381 

O -3.11603 7.30165 1.06810 

O 5.23383 7.30818 1.05635 

O 3.15703 1.05350 1.04680 

O -5.20906 1.04755 1.05960 

O 3.14512 -7.31248 1.05830 

O -5.20849 -7.31439 1.05731 

O 1.02445 3.14748 1.08337 

O -7.29367 3.13291 1.05647 

O 1.05627 -5.22611 1.05861 



O -7.29781 -5.22408 1.05454 

O -1.03640 -3.14676 1.04788 

O 7.32205 -3.13477 1.05416 

O -1.03123 5.18011 1.11511 

O 7.32395 5.22061 1.05497 

Ni 3.14141 -3.13426 -1.06322 

Ni -5.20938 -3.13711 -1.07139 

Ni 3.14540 5.21923 -1.06868 

Ni -5.20853 5.21775 -1.06482 

Ni 1.05758 -1.05073 -1.05909 

Ni -7.29905 -1.04914 -1.07241 

Ni 1.05830 7.30796 -1.06587 

Ni -7.29796 7.30626 -1.07149 

Ni -1.03205 1.02948 -1.06224 

Ni 7.32085 1.03904 -1.07280 

Ni -1.03213 -7.31288 -1.06688 

Ni 7.32062 -7.31182 -1.07262 

Ni -3.12532 3.12524 -1.06660 

Ni 5.23334 3.12751 -1.07307 

Ni -3.12040 -5.22437 -1.06958 

Ni 5.23126 -5.22277 -1.07062 

Ni -3.12024 -1.04965 -1.06352 

Ni 5.22898 -1.04856 -1.06769 

Ni -3.12190 7.30483 -1.06321 

Ni 5.23336 7.30730 -1.07184 

Ni 3.14329 1.03540 -1.06612 

Ni -5.20707 1.03639 -1.06511 

Ni 3.14439 -7.30977 -1.06909 

Ni -5.20965 -7.31251 -1.07064 

Ni 1.06330 3.12632 -1.07111 

Ni -7.29708 3.12726 -1.07009 

Ni 1.05566 -5.21993 -1.06400 

Ni -7.29860 -5.22437 -1.07255 

Ni -1.03051 -3.13567 -1.06466 

Ni 7.31890 -3.13602 -1.07210 

Ni -1.03116 5.22037 -1.06616 

Ni 7.32148 5.21722 -1.07256 

O -3.12166 -3.13737 -1.07441 

O 5.23291 -3.13606 -1.07455 

O -3.11323 5.21096 -1.05367 

O 5.23254 5.21862 -1.07374 

O 3.14627 -1.04634 -1.07433 

O -5.21018 -1.04712 -1.07428 



O 3.14347 7.30567 -1.06971 

O -5.20671 7.30363 -1.06816 

O 1.05022 1.04938 -1.06821 

O -7.29483 1.04243 -1.07370 

O 1.05523 -7.31529 -1.06901 

O -7.29663 -7.31406 -1.07488 

O -1.03395 3.13093 -1.06807 

O 7.32362 3.13095 -1.07557 

O -1.03330 -5.22899 -1.07348 

O 7.32152 -5.22466 -1.07579 

O -1.03366 -1.04216 -1.06887 

O 7.32202 -1.04676 -1.07638 

O -1.03202 7.29652 -1.05639 

O 7.32227 7.30556 -1.07478 

O -3.11574 1.04825 -1.06080 

O 5.23512 1.04393 -1.07802 

O -3.11992 -7.31732 -1.06940 

O 5.23280 -7.31333 -1.07417 

O 3.14065 3.13304 -1.06837 

O -5.20137 3.13057 -1.06160 

O 3.14454 -5.22511 -1.07219 

O -5.20914 -5.22631 -1.07498 

O 1.05606 -3.13741 -1.07240 

O -7.29768 -3.13625 -1.07610 

O 1.05004 5.21534 -1.05995 

O -7.29412 5.21738 -1.07141 

Ni -3.12351 -3.14203 -3.16055 

Ni 5.22632 -3.14114 -3.16195 

Ni -3.12494 5.21078 -3.15213 

Ni 5.22869 5.21166 -3.16309 

Ni 3.13855 -1.05491 -3.15963 

Ni -5.21242 -1.05497 -3.16142 

Ni 3.14034 7.30152 -3.16033 

Ni -5.21269 7.29966 -3.15886 

Ni 1.05192 1.03051 -3.15640 

Ni -7.30087 1.03301 -3.16306 

Ni 1.05202 -7.31652 -3.15830 

Ni -7.30147 -7.31839 -3.16485 

Ni -1.03578 3.11985 -3.15963 

Ni 7.31739 3.12208 -3.16392 

Ni -1.03562 -5.22957 -3.15951 

Ni 7.31607 -5.22944 -3.16432 

Ni -1.03508 -1.05595 -3.15645 



Ni 7.31545 -1.05433 -3.16390 

Ni -1.03604 7.30045 -3.15430 

Ni 7.31711 7.30038 -3.16386 

Ni -3.12418 1.03111 -3.15411 

Ni 5.22744 1.03274 -3.16384 

Ni -3.12434 -7.31889 -3.15888 

Ni 5.22785 -7.31723 -3.16359 

Ni 3.14093 3.12123 -3.16075 

Ni -5.21324 3.12117 -3.15680 

Ni 3.13884 -5.22817 -3.16013 

Ni -5.21259 -5.23020 -3.16361 

Ni 1.05181 -3.14103 -3.15794 

Ni -7.30204 -3.14210 -3.16456 

Ni 1.05290 5.21198 -3.15597 

Ni -7.30098 5.21105 -3.16099 

O 3.13987 -3.14166 -3.18352 

O -5.21228 -3.14184 -3.18669 

O 3.13804 5.21230 -3.18028 

O -5.20891 5.21054 -3.17651 

O 1.05094 -1.05138 -3.18319 

O -7.30032 -1.05213 -3.18764 

O 1.05019 7.29822 -3.17713 

O -7.29923 7.29916 -3.18519 

O -1.03730 1.03868 -3.17690 

O 7.31895 1.03695 -3.18582 

O -1.03644 -7.32328 -3.17904 

O 7.31766 -7.31929 -3.18507 

O -3.12239 3.12471 -3.17370 

O 5.22804 3.12537 -3.18597 

O -3.12395 -5.23237 -3.18467 

O 5.22836 -5.23051 -3.18609 

O -3.12377 -1.05119 -3.18053 

O 5.22872 -1.05211 -3.18704 

O -3.12230 7.29617 -3.17483 

O 5.22818 7.30006 -3.18570 

O 3.13866 1.03821 -3.18289 

O -5.20981 1.03752 -3.17945 

O 3.13937 -7.31952 -3.18350 

O -5.21133 -7.32101 -3.18394 

O 1.04993 3.12597 -3.17872 

O -7.29754 3.12442 -3.18239 

O 1.05115 -5.23149 -3.18262 

O -7.30072 -5.23104 -3.18704 



O -1.03672 -3.14148 -3.18236 

O 7.31746 -3.14155 -3.18744 

O -1.03651 5.21016 -3.17244 

O 7.31871 5.21200 -3.18606 

C 0.07967 0.16651 5.91524 

O 0.81578 -0.70350 5.38512 

O -0.75894 0.94054 5.34444 

H -0.99030 2.96328 4.53266 

C 6.55057 -2.89594 15.08815 

C 5.53910 -2.40244 14.27414 

C 6.68928 -2.45317 16.37723 

C 5.82907 -1.45573 16.87516 

C 4.82668 -0.91136 16.02930 

C 4.62019 -1.45054 14.72181 

H 7.22761 -3.64914 14.71101 

C 5.94822 -0.99955 18.20338 

C 5.07229 -0.06254 18.68700 

C 4.12625 0.50879 17.84632 

C 4.03953 0.18558 16.49394 

H 5.12733 0.24002 19.72356 

C 3.48680 -0.96949 13.93617 

C 2.87169 0.25850 14.31398 

C 3.19249 0.90011 15.54087 

C 2.98480 -1.63580 12.83142 

C 1.97995 -1.09188 12.03408 

C 1.50041 0.15815 12.30380 

C 1.92257 0.87161 13.44962 

H 3.37379 -2.60414 12.57083 

H 1.60468 -1.64118 11.18164 

C 1.42832 2.15354 13.74707 

C 1.85166 2.80380 14.87004 

C 2.71476 2.17955 15.76789 

H 3.01186 2.71161 16.65656 

H 0.72161 2.61066 13.06866 

H 1.49946 3.80546 15.08545 

C 7.74739 -3.02947 17.20776 

N 7.80940 -2.51575 18.52098 

C 6.97583 -1.53304 19.09870 

O -8.16867 -3.87939 16.83645 

O 7.14009 -1.18515 20.25497 

O 0.51790 0.76248 11.53196 

C 0.45138 0.56023 10.15708 

C 1.58986 0.43358 9.37214 



C 1.44837 0.28675 8.00828 

C 0.18621 0.30980 7.42098 

C -0.94185 0.47476 8.21971 

C -0.81333 0.58122 9.58883 

H 2.56859 0.44161 9.83551 

H 2.32074 0.17254 7.37444 

H -1.92496 0.49848 7.76245 

H -1.67861 0.68907 10.23295 

O 5.42512 -2.92060 12.98927 

C 6.59315 -3.22491 12.27810 

C 7.64011 -2.32750 12.19760 

C -7.95759 -2.65041 11.43702 

C -7.87349 -3.85204 10.74250 

C 7.75401 -4.72873 10.84425 

C 6.64367 -4.43129 11.60814 

H 7.77986 -5.67884 10.32389 

H 5.81329 -5.12096 11.69190 

H -7.14752 -1.93575 11.39048 

H 7.58452 -1.38451 12.72688 

C -6.65772 -4.23913 9.89320 

C -5.57996 -3.15048 9.89298 

H -4.73575 -3.46302 9.27711 

H -5.19692 -2.95395 10.89494 

H -5.95127 -2.20971 9.48402 

C -7.10632 -4.47113 8.44090 

H -7.84123 -5.27211 8.36432 

H -6.25627 -4.74352 7.81272 

H -7.55836 -3.57073 8.02265 

C -6.03881 -5.53010 10.45450 

H -6.74188 -6.36240 10.42987 

H -5.72630 -5.39556 11.49052 

H -5.16181 -5.82266 9.87422 

O 3.19396 1.36925 18.40816 

C 3.63231 2.47925 19.13849 

C 2.78434 2.96277 20.11928 

C 3.14972 4.08829 20.82947 

C 4.35328 4.75559 20.59118 

C 5.17515 4.24669 19.59336 

C 4.82512 3.12006 18.86231 

H 1.85319 2.44579 20.31451 

H 5.48041 2.73572 18.08999 

H 6.11666 4.72730 19.36406 

H 2.47704 4.45056 21.59854 



C 4.71697 5.99234 21.42530 

C 6.07070 6.58669 21.02321 

H 6.88468 5.87156 21.15986 

H 6.29480 7.45900 21.64382 

H 6.07960 6.91795 19.98098 

C 4.78786 5.59516 22.91287 

H 5.53669 4.81759 23.07691 

H 3.83434 5.21156 23.27608 

H 5.05432 6.45712 23.53147 

C 3.63995 7.07441 21.23167 

H 3.56255 7.36975 20.18235 

H 3.87828 7.96780 21.81588 

H 2.65644 6.72743 21.54848 

N -7.88866 -3.03266 19.34483 

C -6.65386 -2.35418 19.31827 

C -5.61261 -2.91241 20.20494 

C -5.88998 -4.04201 21.00404 

C -7.15102 -4.67583 20.98497 

C -8.22815 -4.16511 20.11262 

O -6.48528 -1.38315 18.60807 

O 7.37408 -4.66414 20.04119 

C -4.37521 -2.31453 20.24358 

C -3.37352 -2.81829 21.07541 

C -3.61442 -3.91650 21.86552 

C -4.87638 -4.55232 21.84809 

H -4.19610 -1.44908 19.61922 

H -2.39616 -2.35383 21.11223 

C -5.15675 -5.68176 22.64928 

C -6.39514 -6.27659 22.61076 

C -7.39460 -5.77280 21.77627 

H -6.57839 -7.13947 23.23800 

H 8.33471 -6.23471 21.73841 

C -2.54450 -4.43685 22.74233 

N -2.88837 -5.55235 23.50560 

C -4.10860 -6.22804 23.53641 

O -1.42702 -3.95207 22.81984 

O -4.26197 -7.19977 24.25883 

H -2.16449 -5.91535 24.11114 

 




