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Possible structures for Sil0 cluster are considered using a tight-binding model 
and drawing on significant work done in the past. It is shown that the 
tight-binding parametrization, fitted to the bulk, is also valid for smaller 
systems. This model is found to essentially reproduce other published results, 
but requires much less effort than ab initio techniques--thus, allowing the study 
of a wide variety of structures and their ions. However, unlike classical 
force-field calculations, it yields information about the electronic structure of 
clusters. A new geometric structure for SilQ is found, which is not only of lowest 
energy, but which also matches the experimental photoelectron band gap and 
explains the experimental reactivity data. Because of the Jahn-Teller effect, the 
photoelectron spectrum is very sensitive to geometry. Also, ionization of the 
cluster alters the geometry slightly. 
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I N T R O D U C T I O N  

The  seminal  exper imenta l  work  at  Rice Univers i ty  on  small  si l icon clusters 
[ 1 ]  has  inspi red  much  theoret ica l  and  c o m p u t a t i o n a l  effort to be t te r  
unde r s t and  their  s t ructure  and  propert ies .  This  has  yielded m a n y  new 
results,  much  of  which remain  somewha t  speculat ive because the 
a p p r o p r i a t e  condi t ions  have yet to be r ep roduced  exper imental ly .  M a n y  
researchers  have a t t empted  to corre la te  their  c o m p u t a t i o n a l  results  with 
exper iment  [ 2 4 ] ,  and  o ther  workers  rely on accura te  q u a n t u m  calcula-  
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tions for their authority [5-8]. Conversely, others have performed 
imaginative experiments so as to shed some light on the theoretical 
problem [9-11 ]. 

More recently, two techniques have emerged which seem to set the 
issue of structure largely to rest. Both are based on molecular dynamics 
methods to allow the structure to arrive at an equilibrium position. The 
first of these, ab initio molecular dynamics [12], indicates two structures 
nearly degenerate in energy: a distorted, tetracapped triangular prism 
(TTP) and a tetracapped octahedron (TO) (see Fig. 1). More recently, 
Chelikowski et al. [4, 13] have used a classical potential (thermodynamic 
force-field) method, yielding the bicapped tetragonal antiprism (BTA) as 
the most stable structure. These results are in general agreement with the 
ab initio total energies of Raghavachari and Rolfing I-6, 7] for various 
structures. However, there is not, as yet, a conclusive determination of 
the minimum energy structure of Silo, and none of the published 
HOMO-LUMO "bandgaps" fit the experimental data, nor is there a 
satisfactory explanation of the reactivity data [9]. Furthermore, the effects 
of charging the cluster are not known. 

In this article, we use the tight-binding (TB) method to calculate the 
cohesion energies of all structures of the Sil0 cluster listed above. We also 
consider the positive and negative ions. Our work yields results very close 
to those of Refs. 7 and 13, except that we find Jahn-Teller effects to be very 
important. We conclude that the most stable form is a distorted BTA 
(DBTA) structure with C2 symmetry. Most importantly, we are able to fit 
our results with both the photoelectron spectroscopy (PES) [11] and the 
reactivity experiments E9]. 

We are interested in the extent to which the TB model yields informa- 
tion about the excited states. In particular, we aim at evaluating the 
"band gap" of the clusters, and examine the possibility of obtaining 
transition matrix elements for the first electronic transitions. It is known 
that the local density approximation (LDA) band structure underestimates 
the band gap for solids and large systems, and high-accuracy ab initio 
methods cannot deal with large systems. A semiempirical TB method, 
which is parametrized to fit the band structure of the bulk, on the one 
hand, and matches the binding properties of the dimer, on the other hand, 
circumvents these problems. The TB parameters are chosen to correctly 
model the band gap in the solid [14], and they model the direct band gap 
quite accurately. They also give a reasonable approximation of the indirect 
band gap. 

The goal of this work is to demonstrate that the model can be 
extended to the electronic structure of clusters as well. This will allow 
us to calculate the optical properties of silicon clusters, especially as a 
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function of structure and/or surroundings. Therefore, we show that the 
HOMO-LUMO gap for our most stable structure is consistent with experi- 
ment, and thus we contend that the TB model is accurate in this regard, 
at least for one-electron levels near the Fermi level. For application to 
clusters, however, the bond definition and the total number of bonds is a 
parameter in the TB model. We investigate the bond number dependence 
under circumstances in which "partial bonding" may occur. 

We have chosen Si~0 as our model system, since it is the cluster for 
which the maximum amount of data are available, both experimental 
[1, 9, 11] and computational [5-7, 12, 13, 15-18]. We find that the TB 
model reproduces the previous calculations qualitatively, and the quan- 
titative differences can be accounted for. Further, the simplicity of the 
calculation allows us to try a diverse group of isomers and ions. Our 
interest in the electronic properties may provide an experimental handle 
with which to finally resolve the geometry question. 

The next section briefly describes the method used in the calculation. 
The third section then contains the results of the calculation, and the 
fourth section offers a brief conclusion. 

METHOD 

The tight-binding model is used as described in several previous 
papers [2, 3, 14-16]. The parametrization for silicon, developed by Chadi 
1-14] for the study of surfaces, was modified by Tom~nek and Schliiter to 
reproduce ab initio results for the dimer [15, 16]. This results in a classical 
repulsion energy, which is then added to the attractive TB energy. In addi- 
tion, it is necessary to account for varying coordination numbers. In the 
bulk, the coordination number is always four, but in smaller clusters, the 
number of nearest neighbors ranges from one to eight. Hence a term that 
depends on the number of bonds in the cluster was also added [16]. Thus 
the method is really a mixed breed, quantum insofar as the bulk properties 
are concerned, and "classical" with respect to the repulsive interactions. 

From the electronic structure it is possible to obtain the transition 
matrix elements. As a test of the method, we will calculate the static 
polarizabilities of different clusters. Through a Mulliken population 
analysis, the TB model yields the charge-density distribution among atomic 
sites within the cluster. From this, the transition dipole matrix elements can 
be approximated as 

(Fi)ng = E R#i E c*n#p Cg#p (1) 
# p 



192 Rantala, Jelski, and George 

where ri = (x, y, z), R~i are the corresponding coordinates of the nuclei at 
sites/~, and g and n refer to the ground state and excited one-electron states 
e. This is a reasonable approximation only for a large molecule or cluster, 
where the valence charge is sampled at the atomic sites, of which there are 
a sufficiently large number. However, this procedure should be an improve- 
ment over the bond-charge model [19] and charge-transfer model E20], 
which have been successfully used to evaluate the nonlinear optical proper- 
ties of solids [21]. 

The total energy and electronic structures obtained depend on the 
total number of bonds in the cluster. In our model, two atoms are con- 
sidered bonded when the interatomic distance is less than the cutoff value, 
for which we have used 3.30/~. This is the distance that is approximately 
between the nearest neighbor and next-nearest neighbor in the bulk, and it 
yields results which are consistent with those of Tomfinek and Schliiter 
[16]. Except in one special case, described below, varying this parameter 
has no effect on the result. 

We find that the one-electron levels are very sensitive to the geometry, 
and that very minute changes in the structure wreak large changes in the 
energy levels. For  this reason, the minimization of the total energy through 
geometry optimization is crucial. Thus we first use Hellman-Feynmann 
forces to come close to equilibrium, and then a multivariable minimization 
technique to optimize the structure without symmetry restrictions. 

RESULTS 

The TB model has been used to evaluate the structure and electronic 
properties of four isomers of Sil0. These are TTP, BTA, TO, and A, as 
illustrated in Fig. 1. There exist at least two stable forms of distorted BTA 
(DBTA-I and DBTA-II). The DBTA-I structure differs from BTA in that 
it is stretched in one dimension and squeezed in another, and hence there 
is an additional bond (or partial bond) with a length of about 3.30/~, as 
illustrated in Fig. 2. This reduces the symmetry of the species from D4d to 
Cz. DBTA-II contains no additional bonds, but involves a stretching and 
twisting of the original BTA form, also with C2 symmetry. All BTA-related 
structures are stable in that there is a local energy minimum for that con- 
figuration, but obviously the activation energy between them is very low. 

Chelikowski et al. El3] report the BTA structure as being most stable, 
whereas Andreoni et aL [12] cite TTP  as the energy minimum. Reference 6 
gives TO as the most stable structure, while Ref. 7 suggests that TTP  is 
slightly more stable. Raghavachari and Rolfing [7]  have investigated BTA 
in two different electronic configurations; however, their method of calcula- 
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Fig. 1. Structures for BTA (a), TTP (b), and TO (c). Adamantane is not shown. Distances 
are in/~. 
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Fig. 1. Continued. 

tion does not include the geometric effects of distortion. Within the 
accuracy of our calculation, the BTA and TTP forms appear to be 
degenerate, but neither matches the PES experimental data. There is no 
band gap for BTA, and for the TTP the H O M O - L U M O  transition is 
2.6 eV. The latter value is consistent with that reported for the same struc- 
ture in Ref. 12. The experimental value observed by Cheshnovski et al. [11 ] 
is 1.2 eV. 

Given the degeneracy of the Fermi level for BTA, it is not 
unreasonable to suppose that Jahn-Teller effects are important. Indeed, 
careful optimization of the geometry reveals two structures which are 
related to BTA, but less symmetric. The most stable, DBTA-I, actually 
involves an additional partial bond, and thus has a different topology than 
BTA. It could, therefore, be considered a different structure entirely. 
Nevertheless, it has C2 rather than D4d symmetry, which breaks the 
Fermi-level degeneracy. As shown in Table I, this turns out to be the most 
stable configuration. Further, the H O M O - L U M O  transition is calculated 
as t.4 eV with the 25th bond, and 0.9 eV without it, which matches the 
experimental result closely. This is the bond number effect, from which we 
conclude that there is probably a partial bond replacing the one in ques- 
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Fig. 2. Structures for DBTA-I (a) and DBTA-II (b) clusters, with distances in/~. In 
DBTA-I, the additional bond is shown by a dashed line. 
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Table I. 

Rantala ,  Jelski ,  and George  

Cohesion Energies, HOMO-LUMO Transition Energies and LUMO 
Energies of Various SiLo Structures, as Shown in Fig. 1 a 

Cohesion energy HOMO-LUMO gap LUMO level 
Species (eV/atom) (eV) (eV) 

DBTA-I b -3.98 (-3.92) 1.4 (0.9) +0.18 (+0.13) 
DBTA-II --3.92 0.6 --0.50 
BTA - 3.90 0.0 -0.92 ~ 
TTP --3.91 2.6 + 1.21 
TO -3.61 2.9 +2.00 

The LUMO one-electron energy, which is a rough indication of the electron affinity, is given 
relative to the "HOMO" level of the bulk. 

b The values for the 24-bond structure are given in parentheses. 
c Since the ground state is degenerate, this is also the HOMO level. 

t ion.  Neve r the l e s s ,  a c o m p a r i s o n  of  b o t h  the  H O M O - L U M O  g a p  a n d  the  

energ ies  ind ica tes  t ha t  r e t a in ing  the  b o n d  fits the  e x p e r i m e n t  m o r e  

accura te ly .  T h e  c o o r d i n a t e s  of  the  D B T A - I  s t ruc tu re  are  g iven  in T a b l e  II. 

T h e  b o n d  d e p e n d e n c e  of  the  m o d e l  a lso  shows  up  in the  resul ts  for  

T O .  In  this case, the  T B  resul ts  m a y  yield t o o  low a c o h e s i o n  energy ,  s ince 

the  r e p u l s i o n  e n e r g y  m a y  be  o v e r e s t i m a t e d ,  be ing  ca l cu l a t ed  i n d e p e n d e n t l y  

o f  the  c o o r d i n a t i o n  n u m b e r .  T h e  T O  f o r m  c o n t a i n s  six h e x a - c o o r d i n a t e d  

a t o m s ,  m o r e  t h a n  any  o t h e r  fo rm.  Th i s  effect can  be  seen by c o n s i d e r i n g  

the  ca l cu l a t ed  b o n d  l eng ths  for  T O .  In  o u r  c a l c u l a t i o n  ( and  a lso  

in Ref. 16), the  b o n d  l eng th  b e t w e e n  a t o m s  in the  o c t a h e d r o n  

( h e x a - c o o r d i n a t e d )  is 3.0/~,  c o m p a r e d  wi th  2.6 ~ as the  ab initio result .  

Table II. Atomic Coordinates of the 25-Bond Version of DBTA-I a 

Atom no. X (/~) Y (J~) Z (,~) 

1 - 1.33 - 1.42 1.10 
2 - 1.33 1.42 1.10 
3 1.33 1.42 1.11 
4 1.33 - 1.42 1.11 
5 - 1.61 0.00 - 1.07 
6 1.61 0.00 - 1.07 
7 0.00 -2.11 -1.04 
8 0.00 2.11 - 1.04 
9 0.00 0.00 2.73 

10 0.00 0.00 -2.92 

The 24-bond version differs only in the second decimal place. 
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Conversely, the bonds connecting the cap atoms (tetra-coordinated) are 
about 2.4 ~ in both methods. The cap atoms have the lowest coordination 
numbers, and it is seen that the TB model reproduces the other results 
more accurately in this case. However, while the TB energy may be inac- 
curate, it remains true that the TO data does not fit the PES spectrum for 
any of the above calculations, and thus has to be excluded as a plausible 
structure. 

The adamantane structure is a 10-atom fragment of the bulk solid, and 
is an open rather than a close packed geometry. As a result, it only has an 
average coordination number of 2.4, only half that of the other structures. 
Our calculation agrees with the results of Ref. 16, in that we find the form 
to be unstable. Geometric optimization rapidly leads to the formation of 
additional bonds. 

It is interesting to note that, with the exception of DBTA-I, all stable 
structures contain 24 bonds, with an average coordination number of 4.8. 
This compares with a bulk value of four. Since the number of bonds does 
depend on the cutoff value, we have illustrated the bond lengths and other 
interatomic distances in Fig. 3. It is seen that, with the exception of 

DBTAI DBTAII BTA 

T -  T 
! 

1'i i I 
I 

TTP TO 

II 
/ . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .  

t .II 
Fig. 3. Range of bond lengths for different isomers. The cutoff parameter chosen (3.3 ~)  is 
shown by the dashed line. The thick bars below illustrate the range of bond lengths in the 
duster. The thin bars above indicate the range of nonbonded distances, with the upper limit 
corresponding to the maximum diameter of the cluster. For DBTA-I, two possibilities are 
indicated. On the left, the 25-bond form is shown; whereas on the right, the 24-bond form is 
shown. 
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DBTA-I, varying the cutoff value between 3.05 and 3.55 ~ will not change 
the result. Thus, we conclude that our results are largely independent of the 
precise value of the cutoff distance. 

The above conclusions also explain the reactivity results nicely [9]. 
Given the probable low activation energy between the BTA-related forms, 
it should be useful to lump them together as one species. We have 
estimated the electron affinity of each isomer by listing the energy of the 
LUMO level in Table I. This is an indication of the propensity of the 
isomer to accept an additional electron (i.e., the lower the LUMO level is, 
the greater is the electron affinity). Indeed, our LUMO state differs from 
the electron affinity primarily because our zero-point energy is taken as the 
HOMO level in the bulk, rather than the energy of an electron removed to 
infinity. Similarly, a small HOMO-LUMO gap indicates a greater reac- 
tivity, since this implies that valence electrons have a greater freedom to 
rearrange in bond formation. It can be seen from Table I that the 
BTA-related structures have a greater electron affinity and a smaller band 
gap, implying that they are relatively reactive. Conversely, TTP has a low 
electron affinity, indicating low reactivity. Thus, the reactivity results of 
Ref. 9 can be explained, where it has been concluded that two isomers of 
Silo exist, with the most common (85 % abundance) being approximately 
an order of magnitude more reactive than the other. If BTA-related forms 
constitute the abundant isomer, with TTP being the minority, then the 
electron affinity results just presented conform with the experimental data. 
Further, the energy difference approximately describes the Boltzmann 
distribution between the two forms at room temperature. 

While calculations for ionic species must be considered less reliable, 
the data for the anion species confirms the above hypothesis. In the anion 
case, it is found that DBTA-I is unstable, and that it reverts to the 
DBTA-II anion, which is more stable than the neutral species. Thus, it can 
be seen that the electron affinity for DBTA-I is probably greater than is 
indicated by looking at the LUMO level. The DBTA-II structure is closer 
to BTA, and so the Jahn-Teller effect is smaller. This is consistent with a 
model in which the additional electron affects the degeneracy of the BTA 
structure. Accordingly, we hypothesize that the doubly ionized cluster 
would be stable in the BTA form. 

Having thus established the TB method as reliably reproducing 
experimental data, we now wish to calculate the static polarizabilities for 
the various clusters. Using Eq. (1) for the dipole matrix elements, we have 
evaluated the perturbation expansion [21] for the static polarizability e of 
the clusters. We obtain a value of about 1 x 10-22 esu for all of the struc- 
tures. An improved calculation to be outlined in a subsequent paper yields 
approximately 1.4 x 10 -̀ 22 esu. This result is generally independent of the 
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band gap, and it depends on contributions from several transitions (not 
only near the HOMO-LUMO transition). The three components of e for 
TTP and TO are almost equal, reflecting the approximate spherical sym- 
metry of these species, whereas ez~ for DBTA is stronger, given the spatial 
extension in that direction. The polarizability should assume a value 
generally equal to the size of the molecule, which in our case implies an 
atomic diameter of approximately 2.6 ~. As can be seen from Fig. 3, this is 
a reasonable value. Thus we conclude that the TB model not only correctly 
predicts the structure of the species, but also yields information about the 
optical properties, at least qualitatively. 

CONCLUSIONS 

In summary, it can be concluded that the TB model generally yields 
reliable results for the structure of small silicon clusters. This is confirmed 
by our present study of Silo, and previously established [16, 17] for 
smaller clusters through comparison with ab initio Hartree-Fock [6, 7] 
and LDA [16] calculations. Further, in this paper we have shown that the 
TB method provides information about the electronic structure sufficient to 
account for experimental PES and reactivity data. The parametrized, semi- 
empirical nature of the model allows for a simple calculation with little cost 
in accuracy. More sophisticated quantum techniques, while expected to be 
as (or more) accurate, and certainly more fundamental, are also much 
more lengthy and thus less flexible. 

We have found that a distorted form of the bicapped tetragonal 
antiprism is the most stable structure for the Sil0 cluster. In addition, the 
HOMO-LUMO "band gap" and electron affinity data correspond with 
experiment. We view this as a justification of our original hypothesis-- 
namely, that the TB model, optimized for a solid, can be used for clusters, 
and can yield some information about excited states. Our results are consis- 
tent with previous work (most notably Ref. 13, in which BTA is proposed 
as the stable configuration). Since that calculation was done using a classi- 
cal force field, Jahn-Teller effects would not show up, and so distortions 
from symmetry would not be readily apparent. 

ACKNOWLEDGMENTS 

T.F.G. acknowledges support by the Office of Naval Research and the 
National Science Foundation under grant CHE-8922288. Acknowledgment 
is made by D.A.J. to the donors of the Petroleum Research Fund, 
administered by the American Chemical Society, for partial support of 
this research. D.A.J. also acknowledges that this research was partially 

880/1/2-4 



200 Rantala, Jelski, and George 

s u p p o r t e d  by  a g r a n t  f rom the Research  C o r p o r a t i o n .  F ina l ly ,  D.A.J.  
t h a n k s  the  Research  F o u n d a t i o n  of  the  State  U n i v e r s i t y  of N e w  Y o r k  for 
a n  E q u i p m e n t  M a t c h i n g  G r a n t .  T.T.R. t h a n k s  the A c a d e m y  of  F i n l a n d ,  

the T a u n o  T 6 n n i n g  F o u n d a t i o n ,  a n d  the Emi l  A a l t o n e n  F o u n d a t i o n  for 

f inanc ia l  suppor t .  

R E F E R E N C E S  

i. L. A. Bloomfield, R. R. Freeman, and W. L. Brown (1985). Phys. Rev. Lett. 54, 2246; 
Y. Liu, Q.-L. Zhang, F. K. Tittel, R. F. Curl, and R. E. Smalley (1986). J. Chem. Phys. 85, 
7434; J. L. Elkind, J. M. Alford, F. D. Weiss, R. T. Laaksonen, and R. E. Smalley (1987). 
J. Chem. Phys. 87, 2397; Q.-L. Zhang, Y. Liu, R. F. Curl, F. K. Tinel, and R. E. Smalley 
(1988). J. Chem. Phys. 88, 1670. 

2. D. A. Jelski, Z. C. Wu, and T. F. George (1988). Chem. Phys. Lett. 150, 447. 
3. D. A. Jelski, Z. C. Wu, and T. F. George (1990). J. Cluster Sci. (in press). 
4. J. R. Chelikowsky and J. C. Phillips (1989). Phys. Rev. Lett. 63, 1653. 
5. K. Raghavachari and V. Logovinsky (1985). Phys. Rev. Lett. 55, 2853. 
6. K. Raghavachari (1985). J. Chem. Phys. 83, 3520; (1986). 84, 5672. 
7. K. Raghavachari and C. M. Rolfing (1988). J. Chem. Phys. 89, 2219. 
8. H. Kupka and K. Jug (1989). Chem. Phys. 130, 23. 
9. M. F. Jarrold, J. E. Bower, and K. Creegan (1989). J. Chem. Phys. 90, 3615. 

I0. M. F. Jarrold and J. E. Bower (1988). J. Phys. Chem. 92, 5702. 
1 l. O. Cheshnovsky, S. H. Yang, C. L. Pettiette, M. J. Craycraft, Y. Liu, and R. E. Smalley 

(1987). Chem. Phys. Lett. 138, 119. 
12. P. Ballone, W. Andreoni, R. Car, and M. Parrinetlo (1988). Phys. Rev. Lett. 60, 271. 
t3. J. R. Chelikowski, J. C. Phillips, M. Kamal, and M. Strauss (1989). Phys. Rev. Lett. 62, 

292. 
14. D. J. Chadi (1984). Phys. Rev. B 29, 785; (1979). J. Vac. Sci. Technol. 16, 1290; (1979). 

Phys. Rev. Lett. 43, 43. 
15. D. Tomfinek and M. A. Schtiiter (1986). Phys. Rev. Lett. 56, 1055. 
16. D. Tomfinek and M. A. Schliiter (1987). Phys. Rev. B 36, 1208. 
17. K. Laasonen and R. M. Nieminen (1990). Cond. Matter 2, 1509. 
18. R. Biswas, C. Z. Wang, C. T. Chan, K. M. Ho, and C. M. Soukoulis (1989). Phys. Rev. 

Lett. 63, 1491; A. D. Mistriotis, N, Flytzanis, and S. C. Farantos (1989). Phys. Rev. B 39, 
1212; J. A. Verges and F. Yndurain (1988). Phys. Rev. B 37, 4333; T. Slee, L. Zhenyang, 
and D. M. P. Mingos (1989). Inorg. Chem. 28, 2256. 

19. B. F. Levine (1969). Phys. Rev. Lett. 22, 787; (1973). Phys. Rev. B 7, 2591, 2600. 
20. C. L. Tang and C. Flytzanis (1971). Phys. Rev. B 4, 2520; C. L. Tang (1973). 1EEE J. 

Quant. Electron. QE-9, 755; F. Scholl and C. L. Tang (1973). Phys. Rev. B 8, 4607. 
21. Y. R. Shen, The Principles of Non-Linear Optics (Wiley, New York, 1984), Ch. 2. 


